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Abstract It has been a challenge to develop rapid

online characterisation techniques for nanocellulose

given the fibrillar structure of the nanoparticles. The

crill optical analyser uses optical response signals in

the infrared (IR) and ultraviolet (UV) wavelength

ranges to evaluate the particle size properties of

micro/nanofibrillar cellulosic materials. In this work,

the crill analyser was used to measure the projected

areas of UV and IR light sources by measuring the

light blocked by nanocellulosic particles. This work

uses the crill methodology as a new, simplified

technique to characterise the particle size distribution

of nanocellulosic material based on chemi-thermome-

chanical pulp (CTMP), thermomechanical pulp

(TMP), and sulphite pulp (SP). In the first part,

hydrogen peroxide pretreatment of CTMP and TMP in

a wing mill refiner followed by high-pressure

homogenisation to produce microfibrillated cellulose

(MFC) was evaluated using the crill method. In the

second part, TEMPO oxidation of CTMP and SP

combined with high-shear homogenisation to produce

MFC was studied using the crill method. With 4 %

hydrogen peroxide pretreatment, the crill values of the

unhomogenised samples were 218 and 214 for the

TMP and CTMP, respectively, improving to 234 and

229 after 18 homogenisation passes. The results of the

TEMPOmethod indicated that, for the 5 mmol NaClO

SP-MFC, the crill value was 108 units at 0 min and

355 units after 90 min of treatment, a 228 % improve-

ment. The CTMP and TMP fibres and the MFC were

freeze dried and fibrillar structure of the fibres and

microfibrils was visualised using scanning electron

and transmission electron microscopy.

Keywords Crill � Nanocellulose � Microfibrillated

cellulose � Hydrogen peroxide � TEMPO � SEM

Introduction

The history of MFC started in the early 1980s, when

cellulose fibres were mechanically treated in high-

pressure homogenisers to produce fibrillar particles in

work initiated by Turbak et al. (1983) and Herrick

et al. (1983). There has been debate about the

terminology and nomenclature for nanocellulose,

which many researchers refer to as cellulose microfib-

ril (CMF), microfibrillated cellulose (MFC), cellulose
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nanofibril (CNF), or nanofibrillated cellulose (NFC)

(Hubbe et al. 2008, Siró and Plackett 2010, Eichhorn

et al. 2010, Klemm et al. 2011, Moon et al. 2011,

Abdul Khalil et al. 2012). In this work, we have chosen

to use the term MFC. Several methods have been used

to disrupt cellulosic biomass to produce nanocellulose,

including conventional mechanical treatment (Turbak

et al. 1983) as well as chemical (Saito et al.

2006, 2007) and enzymatic (Pääkkö et al. 2007)

methods. The application of microfibrillated cellulose

in pulp and paper products is gaining importance given

the high strength-to-weight ratio, renewability, and

environmental friendliness of this newly engineered

biomaterial. Some of the special properties of wood-

based nanocellulose include renewability, high

strength and stiffness, low density, biodegradability,

low thermal expansion, and a high aspect ratio

(Charreau et al. 2013).

It is currently well known that the morphology and

fibrillation state of MFC differ considerably depend-

ing on the raw material used. In this work, we explore

the use of mechanical pulps such as chemi-thermo-

mechanical pulp (CTMP) and thermomechanical pulp

(TMP) as potential raw materials for producing

nanocellulosic materials. Other researchers (Spence

et al. 2010; Lahtinen et al. 2014) have attested that it is

very difficult to produce well-individualised fibrils

from mechanical pulps using a solely mechanical

treatment approach. However, by combining both

chemical pretreatment and the main mechanical

treatment, it is possible to improve the fibrillation

efficiency of MFC production. Recently, Brodin and

Eriksen (2014) reported the production of very-well-

individualised MFC from TMP, with a view to using

the material as a paper strength additive. They used

both sulphonation and carboxymethylation pretreat-

ment strategies combined with homogenisation to

produce MFC. The sulphonation approach was imple-

mented so as to induce acidic groups and to swell and

soften the fibres. They reported that this sulphonation

approach did not improve the fibrillation efficiency to

any great extent, suggesting that the level of sulphona-

tion was too low to realise a reasonable improvement

in fibrillation. The poor fibrillation of the sulphonation

approach was supported by light microscopy images,

which showed that the MFC comprised residual fibres,

fines, and fibril fragments.

The mechanical processing of cellulosic nanoma-

terials is very energy intensive. Pääkkö et al. (2007)

used enzymatic pretreatment combined with mechan-

ical homogenisation to produceMFC. Amore efficient

and promising method used to extract fibrils from

fibres is the 2,2,6,6-tetra-methyl-piperidinyl-1-oxy

(TEMPO)-mediated oxidation method described by

Saito et al. (2006, 2007). Isogai (2013) reported that

the energy intensity of nanocellulosic material pro-

cessing could be reduced by surface chemistry

pretreatment of the cellulosic fibres before mechanical

fibrillation. One of the most reliable surface chemistry

pretreatments in terms of energy and fibrillation

efficiency is the TEMPO-mediated oxidation method.

In this method, the C-6 primary hydroxyl groups on

the surface structure of cellulose are selectively

oxidised into C-6 carboxylate and some aldehyde

groups (Saito et al. 2006). There are two basic

TEMPO-mediated oxidation systems: TEMPO/

NaBr/NaClO, which works well at pH 10, and

TEMPO/NaClO/NaClO2, which works well at pH

4–7 (Isogai et al. 2011a, b).

Hyll (2015) reported that several measurement

techniques in relation to size and shape take into

account the particle length, width, area, and equivalent

diameter. She also revealed that many fibrillar parti-

cles could be characterised using optical, chemical, or

rheological measurements. Most optical devices are

well suited for characterising large particles such as

fibres, as the detectors are usually large enough to

cover the entire fibre (Hyll 2015). She also pointed out

their larger detectors limit these optical devices to

using lower magnification, making it extremely diffi-

cult to detect and evaluate smaller particles in the

nanoscale range. MFC and fines seem to be difficult to

evaluate quantitatively using optical devices, as most

of the micro- and nanoparticles can go undetected and

unevaluated. However, in this work we used the crill

methodology as a qualitative technique for evaluating

at least the fibrillation efficiency after fibre treatment

in mechanical equipment.

One could consider microfibrillated cellulose as

comprising very heterogeneous cellulose micro-parti-

cles, as it consists of fibres, fibrils, fines, fibre

fragments, and fibril bundles. In most published work

on nanocellulose, the overall goal has been to char-

acterise the material in terms of fibril width, and this

has been successfully done using microscopy tech-

niques such as AFM, SEM, and TEM; however, these

methods are time consuming and very costly.

Recently, interest has been growing in alternative
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techniques for characterising MFC and in cheaper

production concepts that could lower the processing

cost and make the material economically feasible. One

of the most promising characterisation methods is the

crill method, while a promising new production

method combines fractionation with mechanical

homogenisation. The crill measurement technique is

based on the optical responses of a micro/nanoparticle

suspension to two wavelengths of light, ultraviolet

(UV) and infrared (IR). The UV light conveys

information on both fibres and crill, while IR conveys

information only on fibres. The technique provides

reliable estimates of the particle size of micro/nanofi-

bres. The crill method can be used at the pulp mills for

measuring hairy fibre particles and controlling fines

content during refining. It is a robust, fast, and reliable

method for assessing tiny fibrils. The method creates

opportunities for qualitatively evaluating particle size

measurement of nanocellulose, including TEMPO-

oxidised nanocellulose, hydrogen peroxide-based

nanocellulose and other nanocellulose qualities. How-

ever, as the measurement technique is still under

development, it can only measure fibrils at the

submicron scale.

The main objective of this work is to use the crill

methodology as a new simplified characterisation

technique to evaluate the particle size of nanocellu-

losic material based on mechanical pulps (CTMP and

TMP) and sulphite pulp (SP). The first section of this

work evaluates, using the crill method, the hydrogen

peroxide (H2O2) pretreatment of CTMP and TMP in a

wing mill refiner followed by high-pressure

homogenisation to produce MFC. The second section

uses the crill method to study the TEMPO oxidation of

CTMP and SP combined with high-shear homogeni-

sation to produce MFC. Again, it is worth noting that

the intention of this work is to show the use of the crill

method as a characterisation tool for nanocellulosic

materials.

Materials and methods

Pulps for section 1

Thermo-mechanical pulp (TMP)

The TMP sample used here was obtained from the SCA

pulp mill at Örtviken, Sundsvall, Sweden; it had a

Canadian Standard Freeness (CSF) value of approxi-

mately 65 mL and a dry solid content of 34 %. The

wood type usedwas freshNorway spruce (Picea abies).

Chemi-thermomechanical pulp (CTMP)

The CTMP sample used in this investigation was

obtained from the SCA Östrand pulp mill, Sundsvall,

Sweden. The wood material used was solely never-

dried Norway spruce (Picea abies) with a high CSF

value of approximately 619 mL.

Pulp washing

A 1 % diethylenetriamine penta-acetic acid (DTPA)

solution was used to wash 150 g of o.d. pulp of

approximately 5 % consistency. The pulp slurry was

placed in a plastic bag and sealed. The bag was then

put into a hot water bath at approximately 70 �C for

1 h for the reaction to be effective. After that, the

DTPA solution was washed out with distilled water

using a Buchner funnel. A pulp dry solids content of

approximately 18 % was achieved for all the samples,

which were stored in a refrigerator at 4 �C before

further pretreatment in a wing mill refiner.

Wing mill refiner (mixer)

This equipment allows certain process parameters,

such as temperature, residence time, and rotor mixing

speed (rpm), to be controlled. Although the main

purpose of the equipment is to mimic refining

conditions, in this work, the wing mill refiner was

used solely as a mixer (Fig. 1). Before sodium

hydroxide (NaOH) and hydrogen peroxide (H2O2)

pretreatment of the pulp fibres, the temperature of the

wing mill refiner was set to 90 �C; 150 g of o.d. pulp

was placed in the vessel and preheated for 10 min at a

rotor speed of 60 rpm. After this, the two chemicals

were mixed together and charged via the nozzle at a

pressure of 3 bars; immediately after the chemical

dosage, the rotor speed was increased to 750 rpm for

1 min to achieve effective mixing. The rotor speed

was later reduced to the usual 60 rpm for the rest of the

15 min reaction time. The samples were collected and

stored in the refrigerator before further treatment. The

reaction of the chemicals was stopped by diluting the

mixture with distilled water and then subjecting it to a

double fractionation process using a Britt Dynamic

Cellulose (2016) 23:3611–3624 3613
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Drainage Jar (BDDJ or BJ) using both the 30- and

100-mesh wire screens.

Britt Dynamic Drainage Jar (BDDJ) fractionation

In this paper, the pulps were fractionated using a

specially designed 8-L BDDJ at the SCA Research

Centre in Sundsvall. Pulps were disintegrated for

30,000 revolutions and diluted with 8 L of tap water.

Thirty grams of o.d. pulp was used for each fraction-

ation. The fine fractions were obtained from the pulp

samples using the BDDJ fractionation technique in

which fractions passing through the 30-mesh wire

screen were regarded as ‘‘fines’’ while the fractions

retained on the 30-mesh wire screen were discarded; a

100-mesh wire screen was also used for the fraction-

ation process. The cut-off or pore size of the BDDJ

30-mesh screen was approximately 600 lm. Fibre

fractionation was conducted to obtain small, short

fibres that could be easily homogenised.

Homogenisation

A Niro Soavi homogeniser (ARIETE, model

NS2006H; GEA Group, Parma, Italy) was used to

produce nano-ligno-cellulose. The high-pressure

homogeniser subjects the pulp slurries to high impact

forces and high shear rates due to the reciprocating

action within the valves. The pulp suspension under-

goes high-pressure micronisation, which reduces the

fibre size to obtain a stable suspension. The homogeni-

sation experiments in this study were performed using

thermomechanical pulp and chemi-thermomechanical

pulp fines. The pulp slurries were treated in the

homogenising equipment at approximately 1 % con-

sistency for 120 min at a homogenisation pressure in

the range of 200–300 bars for approximately 9 and 18

passes (homogenisation cycles). Before homogenisa-

tion, the pulp fibres were diluted with water to a solids

content of approximately 1 % Table 1 shows the

process variables, Table 2 represents the chemical

dosages used, Table 3 shows the codes names of

various pulp samples and lastly Table 4 shows the

code names of MFC samples.

Scanning electron microscopy (SEM)

To freeze-dry the MFC, pulp suspensions were first

placed in moulds and then plunged into liquid propane

for rapid freezing. Moulds containing frozen pulp

specimens were transferred to a freeze dryer and

allowed to dry for 24 h. Freeze-dried pulp fibres and

MFCwere mounted on aluminium studs using double-

sided carbon tape. Fibre specimens were sputtered

with Au/Pd particles in an Emitech K100X sputterer

(Emitech, Fall River, MA, USA) for 1.5 min and then

examined using a Zeiss Sigma VP scanning electron

microscope (Zeiss, Oberkocken, Germany).

Transmission electron microscopy (TEM)

For transmission electron microscopy, a 20-lL drop of

pulp and MFC dispersion was placed on a QUANTI-

FOIL 400-mesh copper grid with holey carbon film

Fig. 1 Wing mill refiner, used as mixer in this work
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(EMS, Hatfield, PA, USA). The excess solution was

blotted with a filter paper and the dispersion was

allowed to dry. Grids with pulp specimens were

examined using an FEI Tecnai 12 transmission

electron microscope (FEI, Hillsboro, OR, USA) at an

accelerating voltage of 120 kV.

Pulps for section 2

The NFC was produced from a chemi-thermomechan-

ical pulp (CTMP) (SCA Östrand Pulp Mill, Sundsvall,

Sweden) and from a commercial sulphite softwood

dissolving pulp (SP) (Domsjö Fabriker AB, Örns-

köldsvik, Sweden) with very low contents of hemi-

cellulose (\5 %) and lignin (\1 %).

MFC processing for section 2

TEMPO-mediated oxidation was conducted using

never-dried CTMP and SP according to the method

described by Saito et al. (2006). The chemical

oxidations were conducted using NaClO, NaBr, and

TEMPO catalyst. The dosages of NaClO used in these

trials were as follows: 0, 3, 5, 7, and 10 mmol

NaClO g-1 of cellulose. The pH was kept at 9–10 by

adjustment with NaOH or HCl and the reaction time

for the chemical oxidation was approximately 2 h.

After the TEMPO-mediated oxidation, the pulp sus-

pensions were thoroughly washed with distilled water

and mechanically treated using the T-25 ULTRA-

TURRAX high-speed homogeniser (IKA, Wilming-

ton, NC, USA) to produce NFC. The homogenising

equipment was set at 20,000 rpm for 30, 60, and

90 min.

Crill measurement

It is worth noting that the ability of the crill analyser to

measure nano-size particle is limited. However, main

objective of the crill qualitative study was to lay a

foundation for developing a rapid and robust method

for a continuous online and/or offline monitoring

system during the processing of nanocellulose. The

method analyses the interaction between fibres and

microfibrils (crill) and is based on the optical response

of a suspension at two wavelengths of light, UV (this is

capable of detecting tiny particles in range of approx-

imately 100–250 nm and IR (this is capable of

detecting coarse particles above 900 nm). In this work

a PulpEye Analyser (PulpEye, Örnsköldsvik, Sweden)

was used in evaluating the degree of fibrillation of the

cellulosic nanoparticles. For all crill value measure-

ments, we used 1 g (dry solid content) of the NFC

suspension. The PulpEye analyser gives a qualitative

idea of the fibrillation efficiency of an NFC suspen-

sion. More on crill methodology can be read in Osong

et al. (2014), Pettersson (2010), and Steenberg et al.

(1960). The crill method possesses the inherent ability

to characterise particle size of a microfibril/nanofibril

within a very short time frame (i.e., a few seconds) and

Table 1 Conditions used

in the hydrogen peroxide

(H2O2) and sodium

hydroxide (NaOH)

pretreatment of CTMP and

TMP the wing mill refiner

(mixer)

Process variables

Pulp consistency (%) Approx. 18 %

Total time (min) 25

Temperature (�C) 90

High chemical dosage (%) 4

Low chemical dosage (%) 1

Wing mill refiner mixing speed (rpm)

High mixing speed (rpm) 750 for 1 min

Low mixing speed (rpm) 60 for 10 min and later 60 for 15 min

Table 2 Chemical pretreatment: chemical type and dosage

Chemical pre-treatment: chemical type and dosage

Sodium hydroxide (NaOH)

Low dosage 6 kg/t

High dosage 24 kg/t

Hydrogen peroxide (H2O2)

Low dosage 10 kg/t

High dosage 40 kg/t

Diethylenetriamine penta-acetic acid (DTPA)

Dosage 10 kg/t
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without any damage to the nanocellulose suspension

under investigation, making it a non-destructive

method. It should be noted that using this method to

evaluate nanocellulose makes it possible to reduce the

use of time-consuming microscopy techniques used in

evaluating different nanocellulose qualities. Fig-

ure 2a, b shows schematics of the crill measurement

principle. The crill value is dependent on the

transmittance of light, and the transmittance is a

function of absorption, light scattering and concentra-

tion of the particles in the suspension. Higher crill

value would means more particles per volume, thereby

increasing the signal in the UV wavelength of light.

Results and discussion

Section 1

This article is divided into two sections: the first deals

with the hydrogen peroxide pretreatment strategy

combined with high-pressure homogenisation to pro-

duce TMP- and CTMP-based MFC; the second deals

with the use of the TEMPO-mediated oxidation

method to produce well fibrillated and individualised

MFC. Crill refer to hairy fibrils on pulp fibre surfaces

or to loose slender and fibrillar micro-particles

(Steenberg et al. 1960). The crill methodology is

based on the optical response of a suspension to two

different wavelengths of light, UV and IR. The UV

Table 3 Code names of hydrogen peroxide-pretreated pulp samples and their fractionation stages

Code Fractionated samples (BJ 30 and BJ 100) Hydrogen peroxide dosage (%) Rejected or accepted fraction

AA1 TMP whole pulp (non-fractionated) 0

AA2 TMP BJ30 0 Rejected

AA3 TMP BJ100 0 Rejected

AA4 TMP BJ30 4 Rejected

AA5 TMP BJ30 1 Rejected

AA6 TMP BJ100 4 Rejected

AA7 TMP BJ100 1 Rejected

AA8 TMP BJ100 4 Accepted

AA9 TMP BJ100 1 Accepted

AA10 TMP BJ100 0 Accepted

BB20 CTMP whole pulp (non-fractionated)

BB21 CTMP BJ30 0 Rejected

BB22 CTMP BJ100 0 Rejected

BB23 CTMP BJ30 4 Rejected

BB24 CTMP BJ30 1 Rejected

BB25 CTMP BJ100 4 Rejected

BB26 CTMP BJ100 1 Rejected

BB27 CTMP BJ100 4 Accepted

BB28 CTMP BJ100 1 Accepted

BB29 CTMP BJ100 0 Accepted

Table 4 Code names of hydrogen peroxide-pretreated MFC

samples

Pulp type Code

4 % peroxide bleached TMP C18

1 % peroxide bleached TMP D18

Non-treated bleached TMP E18

Non-treated bleached CTMP F18

4 % peroxide bleached CTMP G18

1 % peroxide bleached CTMP H18

Here ‘‘18’’ refers to the number of homogenisation passes
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striking the crill provides information about both the

fibres and nanofibrils (crill), while the IR provides

information about only the fibres. The crill value is

therefore a concentration-independent ratio of UV and

IR measurements. Some aspects of the fibre pretreat-

ment strategy improve fibrillation performance during

microfibrillated cellulose production, including inter-

actions among the chemical components (i.e., lignin,

cellulose, and hemicellulose) of wood pulp fibres of

TMP and CTMP and the effects of the sodium

hydroxide and hydrogen peroxide pretreatment. To

improve the fibrillation efficiency and prevent fibre

clogging in the homogenisation equipment, it is

necessary to pretreat these lignin-rich fibres to

improve their swellability and weaken the cohesive

forces between them. There is a need to work on such a

pretreatment method to attain more efficient fibrilla-

tion in the homogeniser.

Our results indicate that it is possible to use

hydrogen peroxide acid pretreatment combined with

high-shear homogenisation to strategically produce

nanocellulosic structures, and that the method can

Fig. 2 a Theory and

background of the crill

measurement method.

b Schematic of the crill

measurement principle,

where UV/IR = crill value

(Hansen and Sundvall 2012)
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easily be upscaled. The results obtained so far indicate

that we can successfully process nanocellulose. It was

simple and clear to see from the SEM images that we

had reduced the particle size of the fibres after

mechanical treatment. We have previously reported

that TMP can easily be softened at elevated temper-

atures due to the presence of lignin in the fibres. The

softening of the lignin, however, does not seem to

improve the fibrillation efficiency; it could be that the

lignin serves to ‘‘glue’’ together the cellulose and

hemicellulose, hindering proper fibrillation (Osong

et al. 2013).

For the non-homogenised TMP samples, we

noticed that the crill value was 210 units with 1 %

hydrogen peroxide pretreatment, increasing to 218

units with 4 % hydrogen peroxide pretreatment, for an

improvement of 8 units (Fig. 3). For the nine-

homogenisation-cycle TMP-MFC samples, the crill

value was 225 units with 1 % hydrogen peroxide

pretreatment, increasing to 228 units with 4 % hydro-

gen peroxide pretreatment, for an improvement of

three units. The 18-homogenisation-cycle TMP-MFC

sample displayed an improvement of 2 crill units

relative to the 1 and 4 % hydrogen peroxide pretreat-

ments (Fig. 3).

For the non-homogenised CTMP samples, we

noticed that the crill value was 205 units with 1 %

hydrogen peroxide pretreatment, increasing to 214

units with 4 % hydrogen peroxide pretreatment, for an

improvement of nine units (Fig. 4). For the nine-

homogenisation-cycle CTMP-MFC samples, the crill

value was 215 units with 1 % hydrogen peroxide

pretreatment, increasing to 224 units that with 4 %

hydrogen peroxide pretreatment, for an improvement

of nine units. The 18 homogenisation cycles of CTMP-

MFC displayed an improvement of 5 crill units

relative to the 1 and 4 % hydrogen peroxide

pretreatments.

When considering the number of homogenisation

passes versus the non-homogenised reference sam-

ples, we noticed that with 1 % hydrogen peroxide

pretreatment, the crill values for the untreated samples

were 210 and 205 units for the TMP and CTMP

samples, respectively, and that after 18 homogenisa-

tion passes, the crill values increased to 232 and 224

units for the TMP and CTMP samples, respectively,

for a 22-unit improvement for the TMP and a 19-unit

improvement for the CTMP samples. With 4 %

hydrogen peroxide pretreatment, the crill values for

the untreated samples were 218 and 214 units for the

TMP and CTMP samples, respectively, increasing to

234 and 229 units after 18 homogenisation passes for

the TMP and CTMP samples, respectively, for a

16-unit improvement for the TMP and a 15-unit

improvement for the CTMP samples. The SEM and

TEM images (Figs. 5, 6, 7) show the improved

fibrillation of the fibres after fractionation using the

BDDJ and homogenisation process. Figure 7 shows

Fig. 3 Crill values of TMP-based MFC relative to chemical

(i.e., hydrogen peroxide) treatment and homogenisation cycles.

Note: Here ‘‘sample 1’’ is non-homogenised, ‘‘sample 2’’ is

homogenised at 9-cycles and ‘‘sample 3’’ at 18-cycles

Fig. 4 Crill values of CTMP-based MFC relative to chemical

(i.e., hydrogen peroxide) pretreatment and homogenisation

cycles. Note: Here ‘‘sample 1’’ is non-homogenised, ‘‘sample 2’’

is homogenised at 9-cycles and ‘‘sample 3’’ at 18-cycles
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Fig. 5 a SEM images of TMP-BJ100, accepted, samples: first

image is of sample AA8 (4 % peroxide treated) and the second is

of sample AA9 (1 % peroxide treated). b SEM images of

CTMP-BJ30, rejected, samples: first image is of sample BB21

(untreated coarse, longer fibres) and the second is of sample

BB24 (1 % peroxide treated). c SEM images of CTMP-BJ100,

accepted, samples: first image is of sample BB27 (4 % peroxide

treated) and the second is of sample BB28 (1 % peroxide

treated)
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Fig. 6 a SEM images of TMP-based MFC samples: first image

is of sample C18 (4 % peroxide treated) and the second is of

sample D18 (1 % peroxide treated). b SEM images of TMP-

based MFC samples: first image is of sample E18 (untreated)

and the second is of sample F18 (untreated). c SEM images of

CTMP-based MFC samples: first image is of sample G18 (4 %

peroxide treated) and the second is of sample H18 (1 % peroxide

treated)
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how the fibrils have become ‘‘glued’’ into fibrillar

bundles due to the presence of lignin.

Section 2

The high fibrillation efficiency is a well-known

advantage of the TEMPO-based nanocellulose pro-

cess; accordingly, in this work we compare the crill

values with the homogenisation times and chemical

treatment dosages. In making such comparisons, one

can clearly see that the crill values improve with

higher NaClO dosages and longer mechanical treat-

ment times. It is well known that the TEMPO method

converts the hydroxyl group of cellulose into corre-

sponding carboxylate groups and some aldehyde

groups, thereby introducing negatively charged

groups on the surface of the cellulose chain. The

TEMPO oxidation of lignin-rich pulps (e.g., TMP)

requires the addition of more NaClO to obtain the

same level of oxidation for fibres with high cellulose

contents above 90 % (Okita et al. 2009). TEMPO

oxidation is selective for primary alcohols (De Nooy

et al. 1995) and the isolation of individual MFCs is

enabled by the electrostatic repulsion between fibrils.

Lignin is dissolved during TEMPO-mediated oxida-

tion (Ma and Zhai 2013), affecting the consumption of

NaClO and thereby the degree of fibrillation. The

dosage of NaClO and the duration of mechanical

homogenisation might therefore need to be adjusted to

obtain complete fibrillation of CTMP.

That it is relatively easy to produce well-fibrillated

nanofibrils from chemical pulps (e.g., sulphite pulp) is

obvious in light of current knowledge. However,

enormous challenges are still encountered when using

mechanical pulps (i.e., CTMP and TMP) because the

lignin serves to ‘‘glue’’ together cellulose and hemi-

cellulose, hindering effective fibrillation during

mechanical shearing. To widen the applications of

CTMP and TMP, it is crucial to use these materials in

the production of microfibrillated cellulose. In addi-

tion, the TEMPO reaction is usually conducted at high

pH (9–10); during the reaction, we noticed a reduction

in brightness (i.e., a pulp-yellowing effect) in the

lignin-rich CTMP fibres. It is possible that the NaClO

added to the pulp as a bleaching agent also generates

chromophore groups on the lignin in alkaline media,

leading to a change in colour.

For the non-pretreated SP-MFC samples, we

noticed that at 0 min of homogenisation, the crill

value was 130 units, and that after 90 min of treatment

in the high-shear homogeniser, the crill value

increased to 207 units for a 37 % improvement of 77

crill units, as shown in Fig. 8. For the 3 mmol NaClO

SP-MFC samples, the crill value at 0 min was 103

units, which increased to 320 units after 90 min of

treatment for a 210 % improvement of 217 crill units.

For the 5 mmol NaClO SP-MFC samples, the crill

value at 0 min of homogenisation was 108 units,

which increased to 355 units after 90 min of treatment

for a 228 % improvement of 247 crill units. For the

7 mmol NaClO SP-MFC samples, the crill value at

0 min of homogenisation was 105 units, which

increased to 294 units after 90 min of treatment for a

180 % improvement of 189 crill units. Finally, for the

Fig. 7 TEM images of TMP-based MFC and CTMP-based MFC samples, respectively: the first image is of sample D18 (1 % peroxide

treated TMP-MFC) and the second is of sample F18 (untreated CTMP-MFC)
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10 mmol NaClO SP-MFC samples, the crill value at

0 min was 116 units, which increased to 470 units after

90 min of treatment, for a 305 % improvement of 354

crill units.

Almost the same improvement trend was noticed

for the CTMP-based MFC samples, as shown in

Fig. 9, after 30 and 90 min of high-shear homogeni-

sation. The CTMP non-pretreated samples had a crill

value of 259 units after 30 min of treatment and of 333

units after 90 min, for an improvement of 74 crill

units. The 3 mmol NaClO CTMP-NFC samples had a

crill value of 266 units after 30 min of treatment and of

322 units after 90 min, for an improvement of 56 crill

units. The 5 mmol NaClO CTMP-MFC samples had a

crill value of 261 units after 30 min of treatment and of

317 units after at 90 min, for an improvement of 56

Fig. 8 Crill values of SP-based MFC relative to chemical (i.e.,

TEMPO) treatment and high-shear homogenisation time rill

values of SP-based MFC in relation to chemical (TEMPO) and

high-shear homogenisation time. Here ‘‘sample 1’’ is non-

chemical pretreated, ‘‘sample 2’’ is 3 mmol NaClO TEMPO

pretreated, ‘‘sample 3’’ is 5 mmol NaClO TEMPO pretreated,

‘‘sample 4’’ is 7 mmol NaClO TEMPO pretreated, ‘‘sample 5’’

is 10 mmol NaClO TEMPO pretreated

Fig. 9 Crill values of CTMP-based MFC relative to chemical

(i.e., TEMPO) treatment and high-shear homogenisation time.

Here ‘‘sample 1’’ is non-chemical pretreated, ‘‘sample 2’’ is

3 mmol NaClO TEMPO pretreated, ‘‘sample 3’’ is 5 mmol

NaClO TEMPO pretreated, ‘‘sample 4’’ is 7 mmol NaClO

TEMPO pretreated, ‘‘sample 5’’ is 10 mmol NaClO TEMPO

pretreated
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crill units. The 7 mmol NaClO CTMP-MFC samples

had a crill value of 293 units after 30 min of treatment

and of 351 units after 90 min, for an improvement of

58 crill units. Finally, the 10 mmol NaClO CTMP-

MFC samples had a crill value of 357 units after

30 min of treatment and of 419 units after 90 min, for

an improvement of 62 crill units.

Conclusion

We successfully produced MFC through two different

processing routes, i.e., hydrogen peroxide pretreat-

ment and TEMPO-mediated oxidation. We conclude

from the improvement in crill values that there is

better potential to produce MFC using the TEMPO

method than using hydrogen peroxide pretreatment, as

the process yields a uniform size distribution of

nanocellulose microfibrils under 100 nm in size.

Using this method, it is possible to process high-

consistency pulp fibres via what can be seen as a low-

energy fibrillation process. We conclude that the

TEMPO-mediated oxidationmethod enables the fibres

to swell, resulting in a high proportion of well-

individualised nanofibrils with a very high aspect

ratio. The crill values of the TMP and CTMP samples

prepared using the hydrogen peroxide strategy indi-

cate very small improvements in samples of both pulp

types, and changing the treatment time and hydrogen

peroxide dosage did not result in any significant

improvement. When using the TEMPO-assisted

method, however, both increased treatment times

and higher NaClO dosages in the TEMPO system

significantly improved the crill values and fibrillation

efficiency. The SEM and TEM images clearly showed

that the fibrillar state of both the TMP- and CTMP-

based MFC improved with Britt jar fractionation and

homogenisation.
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