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Abstract

We investigate the possibility of achieving high fracture toughness and high strength by
the design of lightweight (density below water) metallic micro-architectured materials. The
micro-architectured materials were manufactured by drilling a hexagonal array of holes in
plates of an aluminum alloy, and the fracture toughness was evaluated via three-point bend
tests of single-edge notch specimens. The results show that the fracture toughness of micro-
architectured materials increases with increasing relative density and remarkably, a micro-
architectured material can be 50% lighter than the parent material but maintain the same
fracture toughness. Additional tests on geometrically similar specimens revealed that the
fracture toughness increases linearly with the square-root of the cell size. The experiments
are complemented by finite element calculations of ductile fracture. In the calculations,
the fracture toughness of single-edge notch specimens subjected to three-point bending are
evaluated using both, a procedure similar to the experiments and direct computation of the
J-contour integral. The fracture toughness as calculated by both methods are consistent
with the experimental results. In addition, the calculations are also carried out for single-
edge notch specimens subjected to tensile loading, confirming the validity of the measured
fracture toughness as a useful material property independent of specimen geometry.

Keywords: Crack propagation and arrest; Fracture toughness; Mechanical testing;
Micro-architectured materials; Finite elements

1. Introduction

The demand for lower fuel consumption and CO2 emission while increasing the safety and
reliability in the transportation and aerospace industries have driven the development of new
lightweight materials with high strength and fracture toughness. Accordingly, the number of
materials has increased dramatically: there are now over 120,000 di↵erent materials (Ashby,
2005). But is there still room for further improvement? To answer this question, it is
insightful to consider material property charts (Ashby, 2005), with axes in the form of
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Figure 1: Material property charts of (a) fracture toughness versus density and (b) fracture toughness
versus compressive strength. The properties of micro-architectured materials consisting of hexagonal array
of holes with hole spacing d + t, manufactured and tested in this work and the estimated properties of a
micro-architectured material with d + t = 30mm are also shown for comparison. The abbreviations are
CA: cellulose polymer; EVA: ethylene vinyl acetate; PE: polyethylene; PP: polypropylene; CFRP: carbon
fiber reinforced polymer; GFRP: glass fiber reinforced polymer. In (b) materials with density less than
1000kg/m3 are shaded in yellow.

material properties. For example, a chart of fracture toughness versus density is shown in
Fig. 1(a), and one of fracture toughness versus compressive strength is shown in Fig. 1(b).
Metals are clearly the toughest materials, but they are also the heaviest, Fig. 1(a). The choice
of lightweight materials is limited: only foams, natural materials and a few elastomers and
polymers have density less than water (1000kg/m3). The scarcity of lightweight materials
is emphasized in Fig. 1(b), where solids with density less than 1000kg/m3 are highlighted.
Among these lightweight materials, wood and bamboo o↵er the best combination of fracture
toughness and strength. This raises an important question: how can the current material
space be extended? Here, we explore the possibility of achieving lightweight, high fracture
toughness and high strength by the design of micro-architectured materials.

The potential of micro-architectured and lattice materials to combine high sti↵ness and
strength at low densities is well documented, see for example, Fleck et al. (2010); Ashby
(2011); Khaderi et al. (2014); Dong et al. (2015); Gu and Greer (2015); Khaderi et al.
(2017). However, less is known about their capacity for high fracture toughness at low
density. Experimental, analytical and numerical studies (Maiti et al., 1984; Huang and
Gibson, 1991b,a; Gibson and Ashby, 1999; Fleck and Qiu, 2007; Romijn and Fleck, 2007;
Quintana-Alonso et al., 2010) have shown that the mode I fracture toughness, KIC , of two-
dimensional micro-architectured materials made from an elastic-brittle material of fracture
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strength, �f , can be expressed as:

KIC = H�f ⇢̄
h
p
l (1)

where ⇢̄ and l are the relative density and cell size of the micro-architectured mate-
rial, respectively, and H and h are constants dependent upon the topology of the micro-
architectured material. Numerical results of Schmidt and Fleck (2001) and experimental
results of O’Masta et al. (2017) suggest that Eq. (1) can also be applied to ductile micro-
architectured materials made from an elastic-plastic material. However, these studies only
considered micro-architectured materials of low relative density, ⇢̄ / 0.2. Here, we present
fracture toughness tests on ductile micro-architectured materials with a wide range of rel-
ative densities, 0.17  ⇢̄  0.95. We find that micro-architectured materials can achieve a
higher fracture toughness than that of the parent solid. Thus, micro-architectured mate-
rials can have a combination of properties that outperform other engineering and natural
materials, Fig. 1.

A schematic of the micro-architectured material considered in this work that comprise a
hexagonal array of holes drilled in the plates of an aluminum alloy is shown in Fig. 2. The
relative density of the micro-architectured material is given by:

⇢̄ = 1�
p
3⇡d2

6(d+ t)2
(2)

where d is the hole diameter and d + t is the hole spacing. First, we varied the hole
diameter while keeping the hole spacing fixed at d + t = 4.4mm. We tested five specimens
with d = 4.2, 4.0, 3.2, 2.3 and 1.0mm corresponding to ⇢̄ = 0.17, 0.25, 0.52, 0.75 and
0.95, respectively. Second, we investigated the e↵ect of the hole spacing on the fracture
toughness by testing micro-architectured materials that are geometrically similar but half
in size (d+ t = 2.2mm) or double in size (d+ t = 8.8mm).

For the micro-architectured material in Fig. 2, it can be hypothesized that the fracture
toughness is governed by the two competing mechanisms: crack blunting and hole-hole
interaction. Crack blunting : the holes will blunt the crack-tip and consequently, we can
expect the fracture toughness to increase with increasing hole diameter (Rice, 1968; Begley
et al., 1977; Yoda, 1987). Hole-hole interaction: consider the case of multiple holes with a
fixed spacing d + t. Increasing the hole diameter d reduces the wall thickness t and as a
result, we can expect the fracture toughness to decrease with increasing hole diameter. To
investigate these two mechanisms independently, tests on two simpler geometries were also
conducted. First, the toughening e↵ect of crack blunting was quantified by testing specimens
with a single hole at the crack-tip (Fig. 2 bottom left). Then, the second mechanism, hole-
hole interaction, was introduced by testing specimens with a single row of holes (Fig. 2
bottom right). Specimens with a single hole and those with a row of holes had the same
overall dimensions as the specimens of the micro-architectured material to allow comparison
between the three types of specimens. All tests were done on single-edge notch specimens
loaded under three-point bending as shown in Fig. 2. The geometry and dimensions of the
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Figure 2: Schematic showing a single-edge notch specimen of a micro-architectured material consisting of a
hexagonal array of holes drilled in a plate of an aluminum alloy and subjected to the three-point bending
fracture test. Two simpler geometries, a single hole (bottom left) and a row of holes (bottom right) ahead
of the initial crack were also tested to get more insight into the crack growth mechanisms in the micro-
architectured material. For simplicity, only the central portion of the simpler geometries are shown but they
had the same dimensions as the micro-architectured material. All dimensions in the figure are in mm.

specimen, and the test procedure utilized are in compliance with the ASTM standard test
method for measurement of fracture toughness (ASTM:E1820-11, 2011).

Although the fracture tests of micro-architectured materials are carried out in compliance
with the ASTM standard (ASTM:E1820-11, 2011). Is a standard test procedure that was
initially established for specimens of bulk materials also applicable to micro-architectured
materials? To gain additional insight, we have also carried out finite element calculations
of ductile fracture in the specimens of the micro-architectured materials and in specimens
with a single and a row of holes using a constitutive framework for progressively cavitating
ductile solids. In the finite element calculations, the fracture toughness of single-edge notch
specimens subjected to three-point bending are evaluated using a procedure that mimics
the ASTM standard (ASTM:E1820-11, 2011) and also via direct computation of the J-
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integral. The fracture toughness computed from the finite element calculations using both
the procedures are found to be consistent with the experimental results. In addition, the
finite element calculations of ductile fracture in micro-architectured materials are also carried
out for single-edge notch specimens subjected to tensile loading; the same scaling between
fracture toughness and relative density of the micro-architectured materials is predicted for
the tensile tests and three-point bending tests. Consequently, the fracture toughness of the
micro-architectured materials measured here can be treated as a material property.

2. Experimental method

All specimens were made from aluminum alloy 6082-T6. The single-edge notch specimens
were of length, L = 228mm, width, W = 50mm and thickness, B = 25mm (see Fig. 2), in
compliance with ASTM:E1820-11 (2011). The three types of specimens were manufactured
following the same procedure. First, rectangular blocks of dimensions L ⇥ W ⇥ B were
machined from a plate. Second, the holes were drilled using a Computer-Numerically-
Controlled (CNC) machine. Third, the initial crack was cut using Electrical Discharge
Machining (EDM) with a wire diameter of 0.3mm.

The specimens were tested in three-point bending with a span S = 4W = 200mm,
Fig. 2. Steel rollers of diameter of 19mm were used to provide simple support and for
load introduction at mid-span. The tests were done with a screw-driven test machine at a
constant cross-head displacement rate of 0.1mm/min. The force, F , applied at mid-span was
measured by the load-cell of the test machine and the crack mouth opening displacement
(CMOD) was measured by a clip-gauge. The clip-gauge was held in place by anvils of height
z = 2mm as shown schematically in Fig. 2. Consequently, the extension measured by the
clip-gauge, V , is related to CMOD using the relation (Anderson, 2017):

CMOD =
rp(W � a) + a

rp(W � a) + a+ z
V (3)

where the plastic rotational factor rp = 0.44, the width of the specimen W = 50mm and
the crack length is a.

The J � R curve was evaluated using the elastic compliance method (ASTM:E1820-
11, 2011). This procedure was applied directly for tests done on specimens with a single
hole. However, for specimens with a row of holes and hole diameter exceeding 1mm the
relation between the elastic compliance and the crack length was inaccurate and alterna-
tively empirical relations were derived as follows. First, the crack length, a, was measured
with a vernier. Second, the crack mouth elastic compliance, C, was measured using the
same experimental setup as that used for the fracture toughness test, Fig. 2. Next, ten
measurements of the elastic compliance were taken and the mean was calculated. Finally,
the ligament ahead of the crack tip was cut with a hacksaw to extend the crack length by
�a = d + t = 4.4mm and the procedure was repeated for this new value of crack length to
obtain a relation between normalized crack length, a/W , and normalized elastic compliance,

C̄ =
⇣
2
p

BWEC/S + 1
⌘�1

, where E is the Young’s modulus. Note that the normalized
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elastic compliance, C̄, is the same non-dimensional group as employed in ASTM:E1820-11
(2011). For specimens of micro-architectured material, there was a load-drop following the
fracture of a cell wall and the current crack length was directly inferred (and confirmed by
visual inspection).

The stress intensity factor is related to the J-integral by (Rice, 1968):

KJ =
p
E 0J (4)

where E
0 ⌘ E/(1 � �

2) is the plane strain elastic modulus. For single hole specimens
and those with a row of holes, the Young’s modulus, E = 70GPa, and the Poisson’s ratio,
� = 0.33, are the material properties of aluminum alloy 6082-T6. In contrast, for micro-
architectured materials, E 0 was taken as the e↵ective plane strain Young’s modulus of the
micro-architectured material and was evaluated from the elastic unloading compliance of
the single-edge notch bend specimens. Furthermore, to visualize the path and shape of
the crack, partially fractured specimens of micro-architectured materials were also analyzed
using scanning electron microscope (SEM) and X-ray tomography.

For comparison purposes, the deformation and fracture response of the as-received plates
of the solid aluminum alloy 6082-T6 were also characterized using uniaxial tensile tests and
standard fracture tests as per ASTM:E1820-11 (2011). The 0.2% o↵set tensile yield strength,
�Y , of the material was found to be ⇡ 280MPa. Following yield, the material exhibits a
moderate degree of strain hardening up to an ultimate tensile strength of ⇡ 360MPa at a
strain of about 11%. The J � R curve of the aluminum alloy 6082-T6 was measured by
testing fully-dense specimens with a fatigue pre-crack and overall dimensions (L, W and
B) as indicated in Fig. 2. The fracture toughness of the as-received material was thereby
measured to be, KS

JIC
= 27MPa

p
m.

3. Experimental results

The three-point bending response of specimens with a single hole is shown in Fig. 3(a),
where the force, F , applied at mid-span is plotted as a function of CMOD. The results are
given for the hole diameter, d = 2.3 and 4.0mm. Both specimens display an elastic-plastic
response up to a peak load Fpk at a crack mouth opening displacement CMODpk. The peak
load is mildly sensitive to the hole diameter, whereas CMODpk increases significantly with
increasing hole diameter. At peak load, a sharp crack initiates from the hole and causes an
abrupt load-drop. Subsequently, quasi-static crack growth leads to a softening response in
the load versus CMOD curve. The crack growth resistance curves for the two specimens are
also shown in Fig. 3(a): the stress intensity factor, KJ , normalized by the fracture toughness
of the parent material, KS

JIC
, is plotted as a function of crack extension, �a. Note that the

required stress intensity for the onset of crack growth for both cases exceeds that of the
parent material (KJIC/K

S
JIC

> 1). In addition, the K
S
JIC

increases with increasing hole
diameter, d. This toughening e↵ect is due to crack tip blunting.

We now present the e↵ect of the interaction of multiple holes on fracture toughness in
Fig. 3(b), where the three-point bending response of specimens with a row of holes is shown
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Figure 3: Results of fracture toughness tests on (a) specimens with a single hole, (b) specimens with a
row of holes and (c) specimens of micro-architectured materials. For each type of specimen, a sketch of
the geometry (left), the three-point bending, force - crack mouth opening displacement (CMOD) response
(middle), and the crack growth resistance curves (right) are shown. The hole diameter, d = 2.3mm, for
micro-architectured material with relative density, ⇢̄ = 0.75, and d = 4.0mm for ⇢̄ = 0.25. The hole spacing,
d+ t = 4.4mm, for the specimens with a row of holes and the micro-architectured materials.
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Figure 4: Surface images of deformed specimens of micro-architectured materials: (a) with a relative density,
⇢̄ = 0.25, and deformed under three-point bending to a crack mouth opening displacement (CMOD) of
2.9mm; and (b) with ⇢̄ = 0.75 and deformed to CMOD= 2.3mm. In both (a) and (b), the crack path is
shown by a dashed red line. The hole diameter, d = 2.3mm, for micro-architectured material with ⇢̄ = 0.75
and d = 4.0mm for ⇢̄ = 0.25. The hole spacing, d+ t = 4.4mm, for both the specimens.

for two selected values of hole diameter, d = 2.3 and 4.0mm. Both specimens have an elastic-
plastic response up to a peak load Fpk at which point crack growth initiates. Subsequently,
there is a softening response as the crack extends. The normalized crack growth resistance
curves for both specimens with a row of holes are also shown in Fig. 3(b). Here, the crack
extension �a has been normalized by the hole spacing, d + t = 4.4mm. A comparison of
Figs. 3(b) and 3(a) shows that the fracture toughness of specimens with a row of holes is less
than that of the specimens with a single hole. Also, in contrast to the single hole specimens,
the toughness of specimens with a row of holes decreases with increasing hole diameter, d.
This is due to the fact that the wall thickness, t, decreases with increasing d since the hole
spacing is kept fixed at d + t = 4.4mm. Despite this knockdown in fracture toughness, a
promising result emerges from Fig. 3(b): the specimen with d = 2.3mm requires a critical
stress intensity for crack growth exceeding that of the parent material (KJIC/K

S
JIC

> 1).
Next, we investigate whether micro-architectured materials can exhibit a fracture tough-

ness that exceeds the parent material. The three-point bending responses of single-edge
notch specimens of micro-architectured materials with relative densities, ⇢̄ = 0.25 and 0.75
are shown in Fig. 3(c). Both specimens exhibit an elastic-plastic response up to a peak load
Fpk at which point the cell wall at the crack-tip fails and a sharp load-drop ensues. Addi-
tional plastic deformation occurs under increasing load for ⇢̄ = 0.25, and at roughly constant
load for ⇢̄ = 0.75, until the next cell wall fractures. The normalized crack growth resistance
curves for both micro-architectured materials are included in Fig. 3(c). Both curves have
a step-like shape because the crack extends suddenly by �a = d + t = 4.4mm when a cell
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wall fails. The shape of the resistance curve is sensitive to relative density: the resistance
curve is almost flat for ⇢̄ = 0.25, whereas it rises considerably for ⇢̄ = 0.75. The fracture
toughness at the onset of crack growth increases with increasing relative density (decreasing
hole diameter) and for ⇢̄ = 0.75, the fracture toughness at the onset of crack growth for the
micro-architectured material is above that of the parent material. Thus, the crack blunting
e↵ects dominate for ⇢̄ = 0.75 while hole-hole interaction e↵ects dominate for the ⇢̄ = 0.25
micro-architectured material.

x  /B = 0

B
x1

x2

x3

3 x  /B = 0.253

x  /B = 0.53 x  /B = 0.753 x  /B = 13

Figure 5: X-ray tomography images showing the thumbnail shape of a crack propagating in the single-edge
notch bending specimen of a micro-architectured material with a relative density, ⇢̄ = 0.75 and a cell size,
d + t = 2.2mm. The crack appears shorter at the free surfaces (x3/B = 0 and 1) and longer in the middle
of the specimen (x3/B = 0.5).

Surface images of deformed specimens of micro-architectured materials with relative
densities ⇢̄ = 0.25 and 0.75 are shown in Fig. 4. The crack path in both specimens is
marked by a dashed red line. In both cases, crack growth initiates from the hole at the
initial crack tip and the advancing crack tip oscillates from left to right but always stays
close to the center line of the specimen. Importantly, the images show that the mode of
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fracture in both the low and high relative density cases is similar with a crack propagating in
the solid between the holes with negligible necking of the ligaments, i.e. the fracture mode
of the micro-architectured material is not coalescence of the holes associated with necking of
the ligaments but due to ductile fracture of the ligaments. To visualize the shape of the crack
in the through-thickness direction, X-ray tomography images of deformed specimens were
acquired. The X-ray tomography images for the specimen of a micro-architectured material
with ⇢̄ = 0.75 are shown in Fig. 5, where each image represents a slice of the specimen
through the thickness. The images in Fig. 5 clearly show a thumbnail shaped crack; at
the free surfaces (x3/B = 0 and 1) only two cell walls appear broken, whereas the images
taken from within the specimen (x3/B = 0.25, 0.5 and 0.75) reveal that four cell walls are
fractured. This suggests that despite the presence of the holes, there is su�cient build-up
of hydrostatic stress within the ⇢̄ = 0.75 micro-architectured material for a thumbnail crack
front to develop much like in bulk materials.

0.1

1

10

0.1 1
Relative density

Lattice

1 hole
KJ
KJIc
s
Ic

1 row of holes

1
1.5

d+t = 4.4 mm

ȡ

Hole diameter d (mm)

4.2 4.0 3.2 2.3 1.0
Tougher than parent material

Weaker than parent material

Figure 6: The normalized fracture toughness as a function of relative density, ⇢̄, for micro-architectured
materials. Results for specimens with a single hole and for those with a row of holes are also plotted as a
function of the hole diameter, d. The hole spacing, d + t = 4.4mm, for both the specimens with a row of
holes and the micro-architectured materials.

The measured fracture toughness of all three types of specimens tested are compared
in Fig. 6, where KJIC/K

S
JIC

is plotted as a function of the relative density for micro-
architectured materials and as a function of the hole diameter for single hole specimens
and for those with a row of holes (note the double x-axis). The three types of specimen have
a comparable fracture toughness when d = 1mm. Note that d = 1mm is small compared to
the hole spacing, d+ t = 4.4mm and consequently hole-hole interaction e↵ects are negligible.
For d > 1mm, hole-hole interaction e↵ects are significant and specimens with a row of holes
and micro-architectured materials have a fracture toughness inferior to that of single hole
specimens. Furthermore, the fracture toughness of specimens with a row of holes is slightly
greater than that of micro-architectured materials. This is due to the orientation of the
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ligaments; specimens with a row of holes have their cell walls aligned with the direction of
maximum tensile stress whereas micro-architectured material have ligaments oriented at 30�

from the loading direction, see Fig. 2. The most striking result in Fig. 6 is that a micro-
architectured material with ⇢̄ = 0.52 has the same fracture toughness as that of the parent
material, see dashed line in Fig. 6. In other words, the micro-architectured material is ⇡ 50%
lighter than the parent material but possesses the same value of fracture toughness. This
remarkable result was obtained here for a micro-architectured material with a hole spacing
d+ t = 4.4mm and next, we examine the influence of the parameter, d+ t, upon the fracture
toughness of micro-architectured materials.

KJIc
VY d+t

Relative density ȡ

KJIc ıY d+t= 4 ȡ 1.5( )

0.2

0.4

0.6
0.8
1

3

5

0.1 1

d+t = 2.2 mm
d+t = 4.4 mm
d+t = 8.8 mm

Figure 7: The normalized fracture toughness as a function of relative density, ⇢̄, for micro-architectured
materials with three selected values of hole spacing, d+ t, obtained using three-point bending fracture test
of single-edge notch specimens.

Dimensional analysis suggests that the fracture toughness of micro-architectured materi-
als scales with

p
l, see Eq. (1). To investigate this, additional micro-architectured materials

were manufactured with the dimensions shown in Fig. 2(a) increased by a factor of two.
Hence, these five micro-architectured materials had the same values of relative density as
those presented in Fig. 6, but with a hole spacing d + t = 8.8mm instead of 4.4mm. Like-
wise, smaller micro-architectured materials were also prepared with the dimensions shown
in Fig. 2(a) reduced by a factor of two. Due to manufacturing limitations, only three small
micro-architectured materials with d + t = 2.2mm were manufactured: ⇢̄ = 0.25, 0.52 and
0.75. The normalized fracture toughness of micro-architectured materials with d + t = 2.2,
4.4 and 8.8mm are plotted in Fig. 7 as a function of relative density. Note that here KJIC

is normalized by �Y

p
d+ t, where �Y is the yield strength of the parent material. Using

this normalization, the results for the three di↵erent values of d + t collapse onto a single
line. This confirms that the fracture toughness scales with the square-root of the cell size.
Moreover, a linear fit to the data in Fig. 7 suggests that
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KJIC = 4 (⇢̄)1.5 �Y

p
d+ t (5)

The value of the exponent, 1.5, is the same as that for aluminum metal foams (McCul-
lough et al., 1999; Olurin et al., 2000); it is less than the value of 2 obtained for hexagonal
micro-architectured materials (Gibson and Ashby, 1999; Fleck and Qiu, 2007) which are
bending-dominated micro-architectured materials but greater than the value of 1 obtained
for the stretch-dominated octet trusses (O’Masta et al., 2017). We however emphasize that,
over the very large relative density range investigated here there is no a-priori reason to
expect the usual bending/stretching dominated scaling that exists for low relative density
micro-architectured and lattice materials. The physical reason behind the existence of such
a power-law scaling in Fig. 7 needs further investigation.

4. Numerical method

The experimental results suggest that the micro-architectured material investigated here
has a high fracture toughness (in some cases exceeding that of the solid material). How-
ever, from the experiments which have complied with the usual ASTM:E1820-11 (2011)
standard developed for solid metals, it remains unclear whether a J�field is present within
the specimens and thus whether the experiments result in a valid fracture toughness mea-
surement. To interrogate this issue here we report finite element calculations of fracture of
these micro-architectured materials. The numerical method chosen is motivated by the ob-
servation reported in the preceding section that fracture of the micro-architectured material
occurs via the propagation of a ductile crack between the holes of the micro-architectured
material, i.e. we chose a constitutive framework for progressively cavitating ductile solid
that has been widely employed to model ductile fracture in metals and alloys including
Aluminum alloys.

The finite element calculations are carried out using our in-house data parallel finite ele-
ment code, which is based on the dynamic principle of virtual work using a finite deformation
Lagrangian convected coordinate formulation (Srivastava et al., 2014; Liu et al., 2019, 2020).
In order to compare predictions with experiments, finite element calculations are carried out
for single-edge notch specimens with a single hole, a row of holes and a hexagonal array of
holes (micro-architectured material) subjected to three-point bending, Fig. 8. The overall
in-plane (along x and y axes) dimensions of the single-edge notch specimen analyzed are
the same as in experiments. However, the thickness, B, (dimension along z axis) of the
specimen in the calculations is taken to be 1mm and overall plane strain conditions are
imposed on z = 0 and z = B surfaces of the specimen. The y-displacement of the specimen
is constrained at locations, y = 0, x = 14mm and y = 0, x = 214mm in the reference
configuration to prevent rigid body motion. The finite element calculations are based on
the dynamic principle of virtual work for numerical convenience but the focus here is on
the quasi-static response, hence to minimize the wave e↵ects a time varying velocity, Vy(t),
in the negative y direction is applied at location, y = 50mm, x = 114mm, that follows the
relation:
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Figure 8: Sketch of the single-edge notch specimen of a micro-architectured material with a hexagonal array
of holes subjected to three-point bending (top). Zoomed view of the finite element mesh in single-edge notch
specimens with a single hole, a row of holes and a hexagonal array of holes (bottom left-right).

Vy (t) =

(
V

0
y t/tr if t  tr

V
0
y if t > tr

(6)

where, t is the analysis time, tr is the rise time and V
0
y is the final velocity of the punch

for t > tr. In the calculations, tr = 1.0⇥ 10�3s and V
0
y = 1.0⇥ 103mm/s (along negative y

axis) is used.
The constitutive framework for a progressively cavitating ductile solid is used in the form

of a modified Gurson constitutive relation (Gurson, 1977; Tvergaard and Needleman, 1984;
Chu and Needleman, 1980), with the flow potential having the form

� =
�
2
e

�̄2
+ 2q1f

⇤ cosh

✓
3q2�h

2�̄

◆
� 1� (q1f

⇤)2 (7)

with q1, q2 being parameters introduced in Tvergaard (1981, 1982b). In Eq. (7), �̄ is the
matrix flow strength, �e is the Mises e↵ective stress, �h is the hydrostatic stress and f

⇤ is
the e↵ective void volume fraction given by

f
⇤ =

⇢
f, f < fc

fc + (1/q1 � fc)(f � fc)/(ff � fc), f � fc
(8)

where, f is the void volume fraction, fc is the critical void volume fraction to void
coalescence and ff is the void volume fraction at failure.
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The rate of deformation tensor, d, is given as the sum of an elastic part, de and a
viscoplastic part, dp. The elastic part is de = L�1 : �̂, where �̂ is the Jaumann rate of
Cauchy stress and L is the tensor of isotropic elastic moduli as characterized by the Young’s
modulus, E, and Poisson’s ratio, ⌫. The viscoplastic part, dp, is given as (Pan et al., 1983)

dp =

"
(1� f)�̄ ˙̄"

� : @�
@�

#
@�

@�
(9)

with the matrix plastic strain rate, ˙̄", having the form

˙̄" = "̇0


�̄

g("̄)

�1/m
, g("̄) = �0 [1 + "̄/"0]

N (10)

where "̄ =
R

˙̄"dt, "̇0 is the reference strain rate, m is the strain rate sensitivity, �0 is the
reference flow stress, N is the strain hardening exponent and "0 = �0/E.

The evolution of the void volume fraction, f , is governed by

ḟ = (1� f)dp : I+ ḟnucl (11)

where the first term on the right hand side of Eq. (11) accounts for void growth and the
second term accounts for void nucleation. Void nucleation is assumed to be controlled by
the accumulated plastic strain (Chu and Needleman, 1980),

ḟnucl =
fN

sN

p
2⇡

exp

"
�1

2

✓
"̄� "N

sN

◆2
#
˙̄" (12)

with fN , sN and "N being constitutive parameters.
The constitutive framework for a progressively cavitating ductile solid as used here, con-

tains several constitutive parameters that need to be determined. We first focus on the
constitutive parameters that characterize the elastic-viscoplastic response of a fully dense
6082-T6 aluminum alloy. To this end, we first fix upon the values, E = 70GPa and ⌫ = 0.3,
and obtain the remaining parameters in Eq. (10) using the portion of the experimentally
obtained uniaxial stress-strain curve before the onset of necking. The values of the con-
stitutive parameters that best describe the overall stress-strain response of the as-received
fully dense material are: �0 = 280MPa, "0 = �0/E = 0.00429, N = 0.64, m = 0.002 and
"̇0 = 0.1s�1. Next, the values of q1 = 1.5 and q2 = 1.0 in Eq. (7) are taken from Faleskog
et al. (1998), and the values of fc = 0.05 and ff = 0.1 in Eq. (8) are taken following Hosseini
and Hadidi-Moud (2016). Finally, the values of the initial void volume fraction (value of f
at t = 0), f0 = 0.005, and the values of "N = 0.05, sN = 0.01 and fN = 0.02 in Eq. (12) are
obtained by minimizing the mean squared error between the predicted and experimentally
obtained force versus CMOD response of two single-edge notch bending specimens of micro-
architectured materials with relative densities, ⇢̄ = 0.25 and 0.75, using the Nelder-Mead
simplex algorithm and following a procedure similar to that of Gerbig et al. (2017); Liu et al.
(2020).
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The finite element calculations use twenty-node brick elements and eight point Gaussian
integration in each element for integrating the internal force contributions, and twenty-seven
point Gaussian integration for the element mass matrix. Lumped masses are used so that
the mass matrix is diagonal. The discretized equations are integrated using the explicit
Newmark �-method with � = 0 (Belytschko et al., 1976). The constitutive updating is
based on the rate tangent modulus method (Peirce et al., 1984), while material failure is
implemented via the element vanishing technique (Tvergaard, 1982a). Representative finite
element meshes for single-edge notch specimens with a single hole, a row of holes and a
hexagonal array of holes are shown in Fig. 8. The finite element meshes are all generated
using a single element in the through-thickness direction (along z axis). A fine in-plane
(along x and y axes) mesh is used with a fixed element size of 0.5mm in a 60⇥50mm2 region
near the center of the specimen.

5. Numerical results

The reaction force at the mid-span versus CMOD curves, of single-edge notch specimens
with a single hole, a row of holes and a hexagonal array of holes (micro-architectured ma-
terial) are shown in Fig. 9. Similar to the experimental results presented in Fig. 3, the
predicted three-point bending response of all the specimens reported in Fig. 9 displays an
elastic-plastic response up to peak load, Fpk, followed by a softening response due to crack
growth initiation. The predicted three-point bending response of the specimens with a row
of holes and micro-architectured materials up to Fpk is in close quantitative agreement with
the experimentally observed responses for all hole diameters and spacings. However, for the
specimens with a single hole the predicted three-point bending response di↵ers somewhat
from that of observations for certain hole diameters. For example, for a specimen with a
single hole of diameter, d = 2.3mm the measured Fpk ⇡ 29kN and CMOD at Fpk is ⇡ 1mm
while in the finite element calculations Fpk ⇡ 37kN and CMOD at Fpk is ⇡ 1.4mm. On the
other hand, for a specimen with a single hole of diameter, d = 4.0mm, both experimental
and finite element results are in close agreement.

In the experiments, the J�R curves were evaluated using the elastic compliance method
as given in ASTM:E1820-11 (2011). However, the J-integral can also be directly obtained
from the finite element results. Recall that, for a two dimensional, planar, nonlinear elas-
tic material, under the assumption of small displacement gradient and with body forces
neglected, the J-integral is given by (Rice, 1968)

J = �
Z

C

(�ij
@ui

@x1
�W �1j)nj ds (13)

in terms of the stress �ij, displacement ui, the increment of arc length along the path ds,
strain energy W and the outward normal to the path nj. In order to determine the value of
the J-integral from the finite element results, it is convenient to re-write the contour integral
as an equivalent area integral. The energy release rate, J-integral, can then be calculated
using the relation (Li et al., 1985)
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(a) (b)

(c)

Figure 9: Predicted force versus crack mouth opening displacement (CMOD) response of single-edge notch
specimens with (a) a single hole, (b) a row of holes and (c) a hexagonal array of holes (micro-architectured
material) subjected to three-point bending. The hole diameter, d = 2.3mm, for micro-architectured material
with relative density, ⇢̄ = 0.75, and d = 4.0mm for ⇢̄ = 0.25. The hole spacing, d + t = 4.4mm, for the
specimens with a row of holes and the micro-architectured materials.

J =

Z

A

(�ij
@ui

@x1
�W �1j)

@Q1

@xj
dA (14)

where Q1 is a smooth weighting function defined on the domain.
The dependence of the J-integral as obtained from the finite element results using

Eq. (14) upon the radius of contours surrounding the initial notch tip of the single-edge
notch bend specimens with a single hole, a row of holes and a hexagonal array of holes is
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(a) (b)

(c)

Figure 10: Predicted dependence of the value of J-integral on the radii of circular contour surrounding
the initial notch tip of the single-edge notch specimens with (a) a single hole, (b) a row of holes and (c) a
hexagonal array of holes (micro-architectured material) with relative density, ⇢̄ = 0.75, subjected to three-
point bending. The hole diameter, d = 2.3mm, for all the specimens and hole spacing, d + t = 4.4mm, for
the specimens with a row of holes and the micro-architectured material.

shown in Fig. 10. As shown in Figs. 10(a) and (b), for the specimens with a single hole
and a row of holes the value of J-integral is slightly path dependent. Also, the extent of
path dependence of J-integral increases with increasing CMOD. However, for contour ra-
dius � 12mm the value of J-integral tends to saturate. The path dependence of J-integral,
such that the value of J-integral initially increases with increasing contour radius, under
finite deformation where proportional loading is not guaranteed is not entirely unexpected
(Carka and Landis, 2011). However, for the micro-architectured material, Fig. 10(c), the
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value of J-integral is almost path independent. Thus, a contour radius of 12mm is selected
for evaluating J-integral for all the specimens. A more detailed discussion on the existence
of a J field and the resulting values of J-integral in micro-architectured materials is given
in Section 6.

The value of JIC , a measure of crack growth initiation toughness, is defined as the value
of the contour integral J corresponding to which crack growth initiation is predicted in
the finite element calculations. The value of fracture toughness in terms of critical stress
intensity factor, KJIC , is then obtained using the relation given in Eq. (4). Apart from the
direct computation of KJIC via the J-integral, the value of KJIC is also obtained by direct
application of the ASTM:E1820-11 (2011) standard to the finite element results; however,
instead of using the elastic compliance method to obtain crack length, the crack length was
known immediately from the finite element results.

A comparison of the normalized fracture toughness, KJIC/K
s
JIC

, (i) as measured from
three-point bending experiments, (ii) as predicted by post-processing of the finite element
results using the ASTM:E1820-11 (2011) standard and (iii) as predicted by direct compu-
tation of J-integral for all three types of single-edge notch specimens are shown in Fig. 11.
For all three specimens, the results are normalized by, Ks

JIC
, the experimentally obtained

fracture toughness of the as-received plate of aluminum alloy 6082-T6. Very good agreement
between the predicted fracture toughness from the finite element calculations by both eval-
uation procedures and the experimental results is noted. The biggest discrepancy between
the finite element predictions and the experimental results is observed for specimens with a
single hole of small diameter. This is consistent with the di↵erences between the predictions
in Fig. 9(a) and experimental measurements in Fig. 3(a).

6. Discussion

The mechanical properties of micro-architectured materials depend upon their topology.
The e↵ect of topology of micro-architectured materials upon the sti↵ness and strength is
well documented, but optimizing their fracture toughness is a challenging and intriguing
task. Here, we have presented the results of fracture toughness tests on micro-architectured
materials that comprise a hexagonal array of holes drilled in the plates of an aluminum alloy.
The fracture toughness of the micro-architectured materials considered here is governed by
two competing mechanisms: crack blunting and hole-hole interaction. The holes act as
crack arrestors and blunt the crack-tip so that increasing the hole diameter will result in
an increase in the fracture toughness whereas for fixed hole spacings, increasing the hole
diameter will result in increased hole-hole interactions and decrease the fracture toughness.

The competing e↵ect of crack blunting and hole-hole interaction on the evolution of
damage in micro-architectured materials is elucidated in Fig. 12. In the figure, the pre-
dicted distribution of porosity, f , near the initial notch of single-edge notch specimens of
micro-architectured materials with ⇢̄ = 0.25 (d = 4.0mm) and ⇢̄ = 0.75 (d = 2.3mm)
are shown post three-point bending to three values of CMOD. The hole spacing in both
micro-architectured materials is fixed at d + t = 4.4mm. Prior to crack growth initiation,
the increased porosity is spread over a larger area in the micro-architectured material with
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Figure 11: Comparison of the normalized fracture toughness measured from the three-point bending exper-
iments (labeled ‘Experiment’) and computed from the post-processing of the finite element results using a
procedure that mimics the ASTM:E1820-11 (2011) standard (labeled ‘ASTM’) and via direct computation
of J-integral (labeled ‘Contour Integral’) for (a) specimens with a single hole of diameter, d, (b) specimens
with a row of holes of diameter, d, and hole spacing, d+ t = 4.4mm, and (c) micro-architectured materials
with relative density, ⇢̄, and d+ t = 4.4mm.

⇢̄ = 0.25 compared to the micro-architectured material with ⇢̄ = 0.75 due to increased
hole-hole interaction. Thus, the fracture toughness of the micro-architectured material with
⇢̄ = 0.25 is less than that of the fracture toughness of the as-received plate of the parent
material. On the other hand, due to an optimum balance of hole blunting and hole-hole
interaction, the fracture toughness of the micro-architectured material with ⇢̄ = 0.75 exceeds
that of the fracture toughness of the parent material.
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Figure 12: Predicted distribution of porosity, f , near the initial notch of single-edge notch specimens of
micro-architectured materials with (a) relative density, ⇢̄ = 0.25, post three-point bending to crack mouth
opening displacement (CMOD) values 0.34, 0.70 and 1.48mm, and (b) ⇢̄ = 0.75 post three-point bending to
CMOD values 0.29, 0.69 and 0.98mm. The hole diameter, d = 2.3mm, for micro-architectured material with
⇢̄ = 0.75 and d = 4.0mm for ⇢̄ = 0.25. The hole spacing, d + t = 4.4mm, for both the micro-architectured
materials.

The measured properties of the micro-architectured materials comprising a hexagonal
array of holes are included in the material property charts, Fig. 1. The density of the micro-
architectured materials is ⇢ = ⇢̄⇢s, where the density of the parent material, ⇢s = 2700kg/m3.
In Fig. 1(b), the compressive strength of the micro-architectured material is the out-of-
plane yield strength of magnitude ⇢̄�Y , where the yield strength of the parent material is
�Y = 280MPa. It is clear from Fig. 1(a) that the micro-architectured materials of cell size
d + t = 8.8mm are positioned at the outer boundary of the currently available material
space. They outperform the toughest metals and they compete well with the toughest
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natural materials. Recall that the measured fracture toughness of these micro-architectured
materials scales with the square-root of the cell size (d + t), Eq. (5). Consequently a hole
spacing of d+ t = 30mm, would lead to a micro-architectured material that is tougher than
any known metals or natural materials as shown in Fig. 1. In conclusion, micro-architectured
materials o↵er a combination of high strength and high fracture toughness that outperforms
other lightweight materials of density less than 1000kg/m3.
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Figure 13: Predicted distribution of (a) equivalent plastic strain, "̄, and (b) porosity, f , near the initial notch
in a single-edge notch specimen with a single hole of diameter, d = 2.3mm, post three-point bending to crack
mouth opening displacement (CMOD) values 0.87, 1.32 and 1.93mm. A contour of radius, r = 12mm, is
marked as solid black circle while a contour of radius, r = 6mm, is marked as dashed black circle.

In the present study, all the fracture tests of single-edge notch specimens under three-
point bending were carried out in compliance with the ASTM:E1820-11 (2011) standard.
The question arises: to what extent can a standard test procedure that was established
for solid materials, be applicable to micro-architectured materials? Consider, for example,
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Figure 14: Predicted distribution of (a) equivalent plastic strain, "̄, and (b) porosity, f , near the initial
notch in a single-edge notch specimen of micro-architectured material with relative density, ⇢̄ = 0.75, post
three-point bending to crack mouth opening displacement (CMOD) values 0.69, 0.98 and 1.91mm. The hole
diameter, d = 2.3mm, in the micro-architectured material. A contour of radius, r = 12mm, is marked as
solid black circle while a contour of radius, r = 6mm, is marked as dashed black circle. The contour plot in
(b) is for the same case shown in Fig. 12(b) but plotted at greater values of CMOD.

the recent study by Tankasala et al. (2020) on an open cell aluminum alloy foam. They
found that a zone of randomly failed struts develops ahead of the primary crack tip, and
the size of this zone is similar to the plastic zone size. In such cases a crack tip J-field is
absent at the initiation of crack growth and the measured JIC value cannot be treated as a
material property even though the specimen size meets the usual criteria for J validity. The
ability of the value of J-integral to characterize the fracture properties is contingent upon
the existence of a J-field near the crack tip which depends on whether the plastic zone fully
encompasses the fracture process zone or not.
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The predicted distribution of equivalent plastic strain, "̄, and of porosity, f , near the
initial notch in a single-edge notch specimen with a single hole of diameter, d = 2.3mm,
and in a single-edge notch specimen of a micro-architectured material with relative density,
⇢̄ = 0.75 (d = 2.3mm), are shown in Figs. 13 and 14, respectively, for three-point bending
to three values of CMOD. In Figs. 13 and 14, the first two values of CMOD are for J < JIC

while the greatest value of CMOD corresponds to J > JIC . For both the specimens with a
single hole and the micro-architectured material, the fracture process zone size (i.e. f ⇡ fc,
where fc = 0.05) is much smaller than the plastic zone size. Furthermore, the plastic zone
size in the micro-architectured material is relatively small compared to that in the specimen
with a single hole for comparable values of CMOD. The smaller plastic zone size in the
micro-architectured material compared to the specimen with a single hole also rationalizes
the observation in Fig. 10 that the value of J-integral in the micro-architectured material is
less path dependent than the specimen with a single hole. The fact that the fracture process
zone size is much smaller than the plastic zone size and the J-integral is almost path-
independent in the single-edge notch specimens of micro-architectured material suggests
that the measured fracture toughness, JIC or KJIC , can be treated as a material property.
Furthermore, in the finite element calculations, the fracture toughness of single-edge notch
specimens subjected to three-point bending is in agreement for the two procedures, one that
mimics the ASTM:E1820-11 (2011) standard and via direct computation of J-integral.

Finally, to further establish that the fracture toughness of the micro-architectured ma-
terials obtained using single-edge notch bending specimens does indeed represent a useful
material property which is independent of specimen geometry, we also carried out finite el-
ement calculations of ductile fracture in single-edge notch specimens of micro-architectured
material under remote uniaxial tension. To this end, the single-edge notch specimens of
micro-architectured material with the same geometry as in Fig. 8 are subjected to tensile
loading along the x-axis. The fracture toughness is evaluated using the ASTM:E1820-11
(2011) standard and also via direct computation of J-integral. In the evaluation of fracture
toughness of single-edge notch specimens subjected to tension following ASTM standard,
a modified geometric function for single-edge notch tension specimen (Zhu, 2015) is uti-
lized. A comparison of the normalized fracture toughness, KJIC/K

S
JIC

, predicted from finite
element calculations of single-edge notch specimens subjected to tension and three-point
bending are shown in Fig. 15(a). As shown in the figure, the fracture toughness of single-
edge notch specimens of micro-architectured materials subjected to tension show the same
scaling between fracture toughness and relative density as in three-point bending. The frac-
ture toughness values obtained for single-edge notch tension specimens are slightly greater
than that for single-edge notch bending specimens. This is because the crack-tip constraint
in single-edge notch tension specimen is less than the single-edge notch bending specimen.
However, we emphasize that the e↵ect of this constraint on fracture toughness is relatively
small suggesting that KJIC is su�cient to characterize fracture in these micro-architectured
materials. Also, similar to single-edge notch bending specimens, here as well, it is the
competing e↵ect of crack blunting and hole-hole interaction on the evolution of damage in
micro-architectured materials, as elucidated in Fig. 15(b), that leads to the same scaling
between fracture toughness and relative density.
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Figure 15: (a) Comparison of the normalized fracture toughness predicted from finite element calculations
of single-edge notch specimens of micro-architectured materials with relative density, ⇢̄, subjected to three-
point bending and tension. The values of fracture toughness from finite element calculations are computed
using a procedure that mimics the ASTM standard (labeled ‘ASTM’) and via direct computation of J-
integral (labeled ‘Contour Integral’). (b) Predicted distribution of porosity, f , near the initial notch of
single-edge notch specimens of micro-architectured materials with relative density, ⇢̄ = 0.25, post tensile
loading to crack mouth opening displacement (CMOD) value 1.30mm and ⇢̄ = 0.75 post tensile loading to
CMOD= 0.64mm. The hole spacing, d+ t = 4.4mm, for all micro-architectured materials.

7. Concluding remarks

We have investigated the fracture toughness of ductile micro-architectured materials to
demonstrate their potential as a lightweight and tough material. The micro-architectured
materials consisted of a hexagonal array of holes in a ductile material. The key conclusions
are as follows:

• The fracture toughness of the micro-architectured materials with hexagonal array of
holes in a ductile material increases with increasing relative density and with increasing
cell size.

• A micro-architectured material with cell size, d+ t = 4.4mm, and approximately 50%
lighter than the parent material has the same fracture toughness as the parent material.

• The finite element calculations of three-point bending of single-edge notch specimens
of micro-architectured materials show that in the micro-architectured materials the
plastic zone fully encompasses the fracture process zone and a path independent value
of J- integral can be obtained.
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• The fracture toughness of the micro-architectured materials obtained from the finite
element calculations of single-edge notch specimens subjected to three-point bending
using a procedure similar to the experiments and via direct computation of J-integral
are shown to be consistent with the experimental results.

• The fracture toughness of the micro-architectured materials obtained from the finite
element calculations of single-edge notch specimens subjected to tension show the same
scaling between fracture toughness and relative density as in three-point bending. This
result confirms the validity of the measured fracture toughness as a useful material
property.

• A comparison with other engineering materials show that the micro-architectured ma-
terials investigated expand the current material property space: it possesses an excel-
lent combination of high strength and fracture toughness compared to other existing
lightweight materials.
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