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Abstract
For the design of nanostructured semiconductor solar cells and photodetectors, opticsmodelling can
be a useful tool that reduces the need of time-consuming and costly prototyping.We compare the
performance of three of themost popular numerical simulationmethods for nanostructure arrays: the
Fouriermodalmethod (FMM), thefinite elementmethod (FEM) and the finite-difference time-
domain (FDTD)method. The difference between themethods in computational time can be three
orders ofmagnitude ormore for a given system. The preferentialmethod depends on the geometry of
the nanostructures, the accuracy needed from the simulations, whether we are interested in the total,
volume-integrated absorption or spatially resolved absorption, andwhetherwe are interested in
broadband or narrowband response. Based on our benchmarking results, we provide guidance on
how to choose themethod.

Introduction

Nanostructures enable new functionality for photodetectors and solar cells by inducing, for example, light
trapping to increase the absorption of incident light [1–3]. However, the optical response of such nanostructures
can be complicated and strongly dependent on the geometry of the design [4–7]. Therefore, when optimizing
nanostructures formaximized absorption, opticsmodelling is a powerful tool allowing to reduce the need of
time-consuming prototyping. In the opticsmodelling, the diffraction, scattering, and absorption of incident
light are described byMaxwell’s equations. Thematerials of the nanostructure are taken into account through
wavelength-dependent refractive indexes of thematerials. Here, we focus on nanostructure arrays inwhichwe
aim to absorb the incident light [1–3]. Thus, in our case of interest, the nanostructure array is not just an anti-
reflection coating [8], but contains the photodetector or solar cell region [1–3].

To the best of our knowledge, a detailed comparison of different simulationmethods for analysis of
absorption in periodic semiconductor nanostructure arrays has not been performed. In contrast, for example
for simulating diffraction gratings [9], anti-reflection coatings [10], plasmonic nanoparticles [11–16], metallic
slit-groove systems [17], photonic crystals [18], photonic crystal line cavities [19], and photonic crystalfibers
[20], numericalmethods have been compared.However, due to the difference inmaterials, geometry, and type
of optics problem, those results are not directly transferable to the case of absorption in periodic arrays of
semiconductor nanostructures.
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Wecompare three of themost popular optics simulationmethods for large-area nanostructure arrays [21]:
the Fouriermodalmethod (FMM), thefinite elementmethod (FEM), and the finite-difference time-domain
(FDTD)method. Each of thesemethods solves theMaxwell equations numerically in a rather differentmanner.
We show that the difference between two simulationmethods can exceed a factor of 1000 in terms of
computational time for a given system, depending on the geometry of the nanostructure, the accuracy needed
from the simulation process, whether we are interested in the total, volume-integrated absorption or spatially
resolved absorption, andwhetherwe are interested in broadband or narrowband response. In addition to
computational time, randomaccessmemory (RAM) requirement can be a limiting factor in simulation-aided
design. Therefore, we additionally benchmark themethodswith regard to RAMusage. Importantly, a single
simulationmethod is not optimum for all cases. In the end, we give a summary on how to decide whichmethod
is expected to be preferential for different types of studies.

Geometry andmaterials

As test systems, we consider GaAs nanowire and nanocone arrays of circular cross-section on top of aGaAs
substrate (seefigure 1 for geometry and supporting information section 1.4, which is available online at stacks.
iop.org/NANOX/1/030034/mmedia, for discussion of the possible effect of the cross-sectional shape on the
simulation performance). GaAs is a direct bandgap semiconductor whose band gap corresponds to 872 nm in
wavelength at room temperature [22]. In general, we expect our results to be relevant for awide range of direct
bandgap semiconductors of interest for nanostructured solar cells and photodetectors. The nanowires and
nanocones are characterised by a (base) diameterD and length L, and they are placed in a square array of period
P. Throughout the study, we consider a normally incident planewave, whichmaximizes the incident power per
unit area of nanostructure array. A detailed study of themodelling at non-normal incidence [23] is left for
futurework.

Methods

For the light scattering, we assume amodel with linear, local, isotropic, non-magnetic, and time-harmonic
Maxwell equations of the form ( ) ( ) ( )/l p l m l ´ = rE r H, i 2 c ,0 and

( ) ( ) ( ) ( )/l p l e l l ´ = - nH r r E r, i 2 c , ,0
2 [24]. Here, ( )ln r, is the refractive index of thematerial at

position r andwavelength l, c the speed of light in vacuum, e0 the permittivity of vacuum, and m0 the
permeability of vacuum. From these two equations, · ( ) ( )e l l =r E rn , , 00

2 and · ( )l =H r, 0, the two
remainingMaxwell equations, follow. In these equations, ( ( ))l >rIm n , 0 induces absorption in thematerial.
Below,we describe in some detail the three simulationmethods used in this study, withmore technical details
given in supporting information section 1.

Figure 1. Schematics of (a) a nanowire array and (b) a nanocone array. The coordinate system is chosen such that z=0 is at the
substrate surface and z=L at the top of the nanowire or nanocone array.
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Fouriermodalmethod (FMM)
For FMM [24–26], also known as the scatteringmatrixmethod or the rigorous coupled-wave analysis (RCWA),
we use an in-house implementation in Fortran, where the numerically heavy vector andmatrix operations are
performed through the IntelMKLpackage [24]. This FMM implementation includes theN-vector field
formulation [27] to describe the discontinuity of the refractive index in the x-y plane (see supporting
information figure S9 for the drastic increase in the convergence rate when thisN-field formulation is used). In
FMM,we solve the scattering problem in the frequency domain, that is, at a pre-chosenλ in eachmodelling run.

For the normally incident light, we use an underlying Fourier basis of the from exp(ikx,ax)exp(iky,by)where
kx,a=2πa/Px and ky,b=2πb/Py. Here, a and b are integers, andPx andPy are the period of the unit cell in the x
and the y direction. Throughout this work, we usePx=Py=P. In the numerical implementation, we need to
truncate the Fourier basis. Here, we truncate the basis through a=−m,−m+1,Km−1,m and b=−m,
−m+1,Km−1,m. Thus, there are 2m+1 basis components in both the x and the y direction, that is,
(2m+1)2 basis components in total. In FMM,we project theMaxwell equations to this Fourier basis andwork
with the two in-plane electric field componentsEx andEy [24]. This projection givesmatrices of the size
[2(2m+1)2]×[2(2m+1)2]where the additional factor of 2 originates from the two in-plane components. A
largerm is expected to givemore converged results, at the cost of a longer simulation time and a larger RAM
requirement.

From the projectedmatrices, we can solve for optical eigenmodes in each z-invariant geometrical region of
the system (see equation (9) in [24]). Next, we solve for the expansion coefficients of the eigenmodes in each such
region, as induced by the incident planewave. From these expansion coefficients, we can readily calculate the
powerflow through the x-y plane at any z position by performing the integration in the underlying Fourier basis
functions [5]. Such a power flow can be used for example for calculating the reflectanceR of the system and the
transmittanceT into the substrate at z=0, which in turn give the absorptance of the nanostructure array
throughA=1−R–T. To study thefields in the real-space, we need to perform a Fourier transform from the
underlying Fourier basis to the real space [28] (see also supporting information section 1.1.4).

Finite elementmethod (FEM)
For FEM,we use theWaveOpticsModule inComsolMultiphysics [29]. Also here, we solve the scattering
problem in the frequency domain. In FEM, the volume of the system is discretized into amesh offinite elements
(see supporting information figure S8). TheMaxwell equations are projected onto thefinite elements, andwe
end upwith a problemof the typeAxF=bwhereA contains information about the system, xF information of
the electromagnetic field in the elements, and b the boundary conditions as set for example by the incident light.
Thus, in FEM,we need to solve large equation systems.

The numerical accuracy of the solution depends on the choice for the size of the elements and the spatial
distribution of the elements, which affects the number of elements and hence the number of degrees of freedom
(NDOFs) in our equation set. A larger number of elements is expected to givemore converged results, at the cost
of a largerNDOFs, a longer computational time, and a larger RAMrequirement. For further details on how the
meshingwas chosen, how the regions in the unit cell were defined, and how the computational speed andRAM
usage of the linear equation solvers were tested, the reader is referred to section 1.2 of the supporting
information document.

In FEM,we obtain as solution the electric fieldE(r,λ), fromwhich spatially resolved absorption can be
calculated, in a post-processing step, by integrating over the volume of interest. Here,A is obtained by
integrating the spatially resolved absorption over the full nanostructure volume, that is, for 0<z<L.

Finite-difference time-domain (FDTD)method
For the FDTDmethod, we use the Lumerical FDTDSolutions software [30]. The spatial domain is discretized
into a grid (see supporting information figure S8), and the spatial derivatives in theMaxwell equations are
approximated by finite differences. Here, we use a uniformdiscretizationwithΔx=Δy=Δz. In contrast to
FMMand FEM, FDTDperforms the simulation in the time-domain. In FDTD, an incident pulse is sent toward
the nanostructure array and forward-propagatedwith a time step ofΔt through the system. Importantly, n(λ)
cannot be used directly for thematerials since FDTDworks in the time-domain. Instead, afitting of n(λ) to an
oscillator formmust be performed to represent the frequency dispersion in the time-domain (see supporting
information figures S1 and S3 and supporting information section 1.3.1).

In the solutionwe need to keep track of the fields at each discretization point, but in contrast to FEM, no
linear equation systemneeds to be solved. In FDTD, the convergence is dependent on the discretization stepΔx,
andmore converged results are expectedwith decreasingΔx, at the cost of increased computational time and
RAMusage.
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In FDTD, to obtain the response of the system as a function of wavelength, we need to perform a Fourier
transform from the time-domain to the frequency domain. For this purpose, we place spatialmonitors at
locationswhere the electromagnetic fields are recorded at each time step, and after the simulation, thesefields
are Fourier transformed. For example, to obtain information aboutT, we place amonitor spanning the x−y
plane at z=0. After the simulation, the z-component of the Poynting vector at that surface is Fourier
transformed and, for eachwavelength of interest, integrated over the surface. Similarly, we can obtainR from a
monitor placed above the nanostructure array, which in turn allows to calculate the absorptancewithA=1
−R−T.

Symmetry reduction
The arrays shown infigure 1, with a single nanowire or nanocone located at x=0 and y=0 in the unit cell,
showmirror symmetry about the x and the y direction, which is respected also by the normally incident plane
wave. To speed up the calculations and to save RAM,we can then use symmetry reduction [21]. Due to the
symmetry of x and y polarized light, we consider x polarized light without loss of generality.

In FMM, such a reduction is performed by using basis functions that respect the symmetry. In practice, we
use a cos(kx,ax)cos(ky,by) basis for Ex and a sin(kx,ax)sin(ky,by) basis forEy. This reduces thematrix size from
[2(2m+1)2]×[2(2m+1)2] to [(m+1)2+m2]×[(m+1)2+m2], which for largem corresponds to a
reduction by a factor of 4 in the number of both rows and columns.

In FEMand FDTD,with symmetry reduction, wemodel¼ of the full unit cell, with 0�x�P/2 and
0�y�P/2 [21]. For the x-polarized incident light, we use perfect electric-conductor (PEC) boundary
conditions along x=0 and x=P/2 and perfectmagnetic-conductor (PMC) boundary conditions along y=0
and y=P/2. Thus, in FEMand FDTD,with the symmetry reduction, we reduce the volume of the simulation
domain by a factor of 4.

Computational resources
Our focus is on simulations that can be performed on desktopworkstations. The run timeswe report are
benchmarked on a systemwith 64GB of RAMand an Intel® Xeon® E3-1230 v5 central processing unit (CPU)
with 4 physical cores, usingUbuntu 16.04.6 LTSwith Linux 4.4.0−174-generic kernel. The run times are
reportedwhen using all fourCPU cores for the calculations. For FEMand FDTD,we use all four CPUcores for a
single instance of the software. In contrast, the FMM implementation is a single-core implementation, andwe
run four FMM implementation in parallel in awavelength study, requiring four times the RAMof a single
instance. See supporting information sections 1.1.3, 1.2.5, and 1.3.8 for additional details of the computational
performance of FMM, FEM, and FDTDon theworkstation used. Some of the computationally time-demanding
simulation sweepswere performed at the Triton computational cluster available through the Aalto Science-IT
project, with computational time andRAMusage extracted from the desktopworkstation by considering
selected test runswithin the large sweeps.

Convergencemetrics
Note that the nanostructure arrays considered in this study do not allow for analytical, exact solutions. In lack of
exact reference values, wemust approximate the convergence of the results.When presenting the convergence of
the results below, we use themost converged results from any of the threemethods as reference value.

Results

Below,we highlight themost important aspects that we foundwhen comparing the three simulationmethods.
The supporting information document contains a large range of additional technical details in order to support
the general conclusions here.

Validation of simulationmethods
We start by considering aGaAs nanowire array of period P=400 nm. For the nanowires, we choose a diameter
ofD=160 nmand a length of L=2000 nm,which gives rather optimized absorption [5]. For the refractive
index ofGaAs, we used tabulated values [31] (see supporting information figure S1 for thewavelength dispersion
of the refractive index).We show results also for a nanocone arraywithD=400 nm,P=400 nm, and L=960,
which thus contains the same volume ofGaAs as the considered nanowire array (for the reflectance and
transmittance of the nanowire array and the nanocone array, see supporting information figure S2).

First, we validate that all threemethods yield equivalent solutions for the light-scattering problem (figure 2).
With regard to both the electric field distribution and the absorption spectrum, FMM, FEM, and FDTDgive
results that agreewell. It is of note, however, that there are some visible discrepancies in the absorption spectrum
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modelledwith FDTDcompared to the spectrummodelledwith FMMand FEM, especially atλ≈850 nm
(figure 2(d)). This discrepancy originates from the oscillator fitting for the refractive index in the FDTD
simulations.We used a large number of oscillators (nineteen) in this FDTD simulation, but, some discrepancy
still remains in the refractive index and in the resultingA(λ) (see supporting information figures S1 and S3).
Thus, the FDTD results are highly converged, but not to the same exact value as the FMMand FEMresults.
Therefore, any of these threemethodsworks for calculating spectral and spatial properties for the nanostructure
array. Then, the practical question that we aim to answer belowbecomes: at what computational cost dowe
obtain the results?

Convergence of absorptance in nanowires andnanocones
To obtain broadband information about the absorption in the nanowires or nanocones, we use theAM1.5G
solar spectrum (see supporting information figure S6 forwavelength-dependent convergence ofA(λ)). As a
measure, we use the short-circuit current given by [33]

ħ
( ) ( ) ( )

/ò
l l
p l

l=
l

j q
I A

c
d

2
1sc

0

incg

where q is the elementary charge, ħl = »p 872c

Eg
2

g
nmwith ħ denoting the reduced Planck constant, and

( )lIinc the incident AM1.5G solar spectrum shown infigure 2.Here,Eg=1.4225 eV [22] is the bandgap energy
ofGaAs at room temperature, and in equation (1), we assume that photonswith energy below it give negligible
contribution to the short-circuit current [33]. In practice, the lower limit on the integration in equation (1) is
λ≈300 nm since the AM1.5G solar spectrum shows negligible intensity below thatwavelength (see the light
grey line infigure 2(d)). Throughout, the simulations are carried out forλ>270 nm. In equation (1), we assume
that each absorbed photon gives rise to one charge carrier to the short-circuit current. Themaximumvalue for
jsc from equation (1), obtainedwithA(λ)=1, is 31.4 mA cm−2.

For the nanowires and the nanocones infigure 2, we obtain jsc=27.1 mA cm−2 and jsc=23.4 mA cm−2. In
figure 3, we show the relative error in jsc as a function of run time. This relative error is defined as |jsc−jsc,ref|/jsc,ref
where jsc,ref is a highly converged reference value.

For FDTD,we perform a single run that covers all wavelengths. For FMMand FEM,we perform runswith a
wavelength step ofΔλ=10 nm (see supporting information figure S4 for effect ofΔλ). For this simulation, we

Figure 2.Electric field distribution for y=0 in nanowires ofD=160 nm, L=2000 nm, andP=400 nm atλ=500 nmwith (a)
FMM, (b) FEM), and (c) FDTD. For the electricfield profiles with FMM,we paid attention to respect the Fourier factorization rules
[28, 32]. For FEM,we show a plane cut at y=0 of the solutionE(r,λ). For FDTD,we placed for the electricfield an x-zmonitor at
y=0. (d)Highly converged absorption spectra (left axis) for nanowires ofD=160 nm, L=2000 nm, andP=400 and nanocones
ofD=400 nm, L=960 nm, andP=400, together with theAM1.5G spectrum in terms of incident photons (right axis).
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performed in FEM64 suchwavelength steps to cover the 270 to 900 nmwavelength range. For FMM,we
modelled onewavelength per CPU core, that is, we run four FMM implementations in parallel to cover four
wavelength steps in parallel, and 16 such batches to cover the 64wavelengths.

For the nanowires, we used a highly converged result fromFMMas a reference, and for the nanocones, we
used a highly converged result fromFEMas a reference (these twomethods gave, respectively, themost
converged results with our computational resources, as seen infigure 3). For FMMand FEM,we used the
tabulated refractive index ofGaAs. Formore details about the convergence of eachmethod, see supporting
information figure S7 for convergencewith increasingm in FMM, increasingNDOFs in FEM, and decreasing
Δx in FDTD.Note that for FDTD,we calculated a second reference with FMM for nanowires andwith FEM for
nanocones with the refractive index resulting from the oscillator fitting in FDTD (see supporting information
figure S3 for the difference in jsc when using tabulated and fitted refractive index).

For the nanowires, FMMappears to converge 2 orders ofmagnitude faster than FEMand 4 orders of
magnitude faster than FDTD (figure 3(a)). Here, FEM shows better than 10−3 convergence even at the coarsest
mesh used, and the run time did not decrease by trying tomake themesh coarser since the run time per
wavelength point settled at approximately 4 swith the coarsestmesh used (see supporting information figure
S12). Thus, if we require 10−3 convergence, FEMappears to perform 2 orders ofmagnitude faster than FDTD, as
estimated from linear extrapolation of the FDTD results toward 10−3 relative error. However, if 10−2 relative
error is sufficient, FDTDperforms an order ofmagnitude faster than FEM.

Whenmoving to consider nanocones, FMMshows a drastic slowing downwhen trying to reach better than
10−2 convergence (figure 3(a)). This slowing down is associatedwith the staircase approximation [34], whichwe
use to take into account the slanted sidewalls of the nanocone (see supporting information figure S5 formore
details about the effect of the staircase approximation). In contrast, FEMand FDTD appear to perform slightly
faster for the nanocones than for the nanowires. For nanocones, FMMappears as themethod of choice for 10−2

convergence, FDTDor FEM for 10−3 convergence, and FEM for 10−4 convergence.

Convergence of absorption in core–shell structure
Ahigh bandgap semiconductor shell is common for passivating the surface ofGaAs nanowires [35, 36]. To
investigate the optics simulation of such systems, we consider a 20 nm thick AlGaAs shell aroundGaAs
nanowires (figure 4(a)). For the considered 80%Al content, with refractive index from [37], the shell starts
absorbing noticeably atλ=500 nm (figure 4(b)). Here, in equation (1)we use the absorptance in the core and
the shell to give the corresponding jsc in eachmaterial, separately. The resulting values are
jsc,core=25.1 mA cm−2 and jsc,shell=1.2mA cm−2. Compared to the calculation of jsc=jsc,core+jsc,shell,
which can be obtained in FMMandFDTD fromA=1–R–T, for jsc,core and jsc,shell we need to solve for spatially
resolved absorption (see supporting information sections 1.1.4, 1.2.4, and 1.3.9 for technical details for such
absorption calculation).

First, we notice that for all threemethods, the relative error in jsc,shell is, at a given run time, approximately an
order ofmagnitudeworse than for jsc,core (figure 4(c)). This slower convergence of jsc,shell originates from the
approximately one order ofmagnitude lower absolute value of jsc,shell. Thus, the absolute convergence of jsc,shell
and jsc,core is rather similar. Similarly as for jsc in the bare nanowires infigure 3, the convergence is the slowest in
FDTD for all three of jsc, jsc,core, and jsc,shell. Also for these core–shell nanowires, FMMappears as themethod of

Figure 3.Relative error in jsc for (a)nanowires ofD=160 nm, L=2000 nm, andP=400 nm and (b)nanocones ofD=400 nm,
L=960, and P=400 nm. The run times are given for simultaneous use of all four CPU cores of theworkstation.
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choice if we need only the total absorption, expressed through jsc. However, if jsc,shell is neededwith better than
10−2 relative error or jsc,core with better than 10

−3 relative error, FEMappears as themethod of choice.

Convergence of absorption in quasi-randomarray
To test the performance of the simulationmethods for larger systems, we consider quasi-randomnanowire
arrays that showdisorder in the x-y plane [38, 39] (seefigure 5(a)). To create the quasi-random array, we started
from the highly symmetric square array of nanowires used infigure 2 and increased the number of nanowires by
an integerN in both the x and the y direction in the simulation domain. That is, forN, we considerN2 nanowires
in a supercell of sizeN×P in both the x and the y direction. Then, wemoved each of theN2 nanowires by a
randomdistance in the range−0.25P to 0.25P in both the x and the y direction from their original position.
Next, we gave to each nanowire a randomdiameter in the range from60 to 260 nm. Finally, we scaled the
diameter of all the nanowires in the supercell by the same factor in such away that the volume ofGaAs in the
nanowires is equal to that in theN=1 square array ofD=160 nm. See figure 5(a) for the resulting supercells
for theN=1, 2, 3, 4, 5, and 6 that we consider here. Due to the broken symmetry forN�2, we average the
absorption of x and y polarized incident light. Here, in FEMand FDTD,we perform separate simulation for x
and y polarized incident light. In FMM, a single simulation run yields separately the response for x and y
polarized incident light.

We investigated the run time (figure 5(b)) andRAMusage (figure 5(c)) to reach lower than 1% relative error
in jsc. The reader is referred to supporting information table S1 for them, NDOFs, andΔx used in the FMM,
FEM, and FDTD, respectively, for the varyingN, as well as for discussion of possible variation in their values for
varying realizations of the randomarray configuration for givenN. Note that sincewe run four parallel FMM
implementations, one on eachCPU core, the reported RAMusage for FMM is a factor of four higher than for a

Figure 4. (a)GaAs nanowires as infigure 1(a) but herewith an additional AlGaAs shell of diameterDshell. (b)Absorptance inGaAs core
andAl0.8Ga0.2As shell for L=2000 nm,P=400 nm,D=160 nmandDshell=200 nm, that is, a 20 nm thick shell. (c)Convergence
of the absorption in the core, absorption in the shell, and total absorption, in terms of jsc from equation (1). Here, the total absorption
in FMMand FDTDare calculated fromA=1–R–T.
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single instance of the FMM implementation. As reference for jsc to assess the convergence, we used a highly
converged value fromFMMwithm=35.

For all the considered values forN, FEMwas slower than FDTDand requiredmore RAM. ForN=1, FMM
is an order ofmagnitude faster than FDTD and almost three orders ofmagnitude faster than FEM.When
moving fromN=1 toN=2, allmethods slow down considerably since (i) the unit cell area increases by a
factor of 4 and (ii) themirror symmetry breaks around x=0 and y=0making the simulation volume
effectively an additional factor of 4 larger in FEMand FDTD and the basis size in FMMa factor of approximately
4 larger. AtN�3, FDTDbecomes themethod of choice for run time, and atN�5, FDTDbecomes the
method of choice also for RAMusage. It appears that if wewould to increaseN beyond 6, also FEMwill
eventually become faster and less RAMrequiring than FMM.

Discussion of additional dependencies

Size of the simulation domain in the x-y plane
Infigure 5, we increased the lateral size by considering unit cells of areaNP×NP. From supporting information
table S1, we see that them required for FMMscales asN. Thus, with increasing unit cell area, which is
proportional toN2, the computational time scales asN5.8 (see figure S10(a)) and thememory requirement scales
asN4. For FDTD, as expected, the requiredΔx stays rather constant with increasingN (supporting information
table S1). Thus, with increasingN, the number of grid points in the FDTD solution increases asN2, and the run
time andRAMusage scale proportionally with the number of grid points, that is, proportional toN2 (see
supporting information table S1). For FEM, theNDOFs used scales asN2 due to the increase in the volume of the
simulation domain by a factor ofN2 (see supporting information table S1).With the iterative solvers, we expect
that run time andRAMusage increase proportionally toNDOFs and henceN2 (see supporting information
figure S12). However, sincewe had to use the direct solver due to the periodic boundary conditions infigure 5,
the FEMrun time is slightly superlinear inNDOFs (see supporting information figure S12(a) and supporting
information table S1).

Figure 5. (a)Modelled quasi-random arrayswithN2 nanowires in the supercell. Note thatN=1 corresponds to the square array in
figure 3(a). (b)Run time and (c)RAMusage for a quasi-random arraywithN2 nanowires in a supercell to reach less than 1% relative
error in jsc. The period of each supercell isN×Pwith P=400 nm.Here, forN>1, that is, for the supercells that break themirror
symmetries along x=0 and y=0, we use periodic boundary conditions in all threemethods.
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Size of the simulation domain in the z-direction
If wewish to consider the effect of varying nanowire length, FMM tends to stand out in its own class as amethod,
especially for the square array infigure 3. For FEMand FDTD, the simulation effort scales linearly with the
number of lengths studied: for each length, a separate, new simulation is needed, and for simplicity, we assume
that the computational effort for each individual simulation stays constant with varying length. In contrast, with
FMM, since only the length of the nanowires is changed, we can re-usemuch of the previous calculations for a
given lengthwhen changing the length. In our implementation, for the nanowires infigure 3, oncewe have
calculated the results for a given length, we could reuse partial calculation results to such a high degree that the
cost in run time to calculate the response for 30 additional lengths, atm=5, was equal to the cost of one
simulation starting from scratch.

In reality, with increasing length, a larger simulation effort is expected in FEMand FDTD since the physical
size of the simulation domain increases. For a large L, the nanowire domain dominates the extent of the
simulation domain in the z direction. Based on the scaling withNDOFs in FEMand grid points in FDTD,we
expect then the simulation time to scale linearly with L. In contrast, in FMM, the simulation time stays constant
with increasing L at given basis size, which is typically set by the size of the simulation domain in the x-y plane.

Random length for nanowires
Infigure 5, we considered a randomnanowire array withN2 nanowires where each nanowire is of length L. If we
consider a case where each of theN2 nanowires is of a random length, we expect FEMand FDTD to perform at
approximately the same speed as when all the nanowires were of the same length L. In contrast, in FMM,we need
to divide the system intoN2 slices in the z-direction to be able to consider z-invariant regions, as required by the
method. Thus, FMMsimulations are expected to slow downby a factor ofN2 relative to the case of constant
length for all nanowires.We expect a similar slowing down of FMM ifwe consider nanocones instead of
nanowires in the quasi-random array (since the nanocones require the staircase approximation in the z-
direction in FMM). In contrast, we expect for FEMand FDTDa similar computational performance for a quasi-
randomnanocone array as for the quasi-randomnanowire array infigure 5.

TCOcontact layer
Inmany nanostructured solar cells and photodetectors, the electrical top contact layer is realizedwith a
transparent conductive oxide (TCO) [1–3]. If such a TCO layer is of thickness ttco and planarized to cover the
region L<z<L+ttco above the nanostructure array (see figure 1(b) in [40] for a schematic), FMM, FEM, and
FDTDare expected to handle the simulationswell.

In FDTD,we can use three powermonitors instead of the two forR andT. The additionalmonitor is placed
at z=L to allow a separate study of the absorption in the TCOand the nanostructures. Sincewe expect that
tTCO<L, the increase in the calculation time due to the increase in the volume of the simulation domain is a
minor effect. In FMM,we canmonitor the powerflow at z=L at just a 25% increase in run time compared to a
calculation of onlyR andT (see supporting information section 2). However, for a nanowire array that originally
consists of a single z-invariant region, wewould now include an additional layer to the system,which thus
increases the run time approximately by 100%. In FEM,we can separately integrate the spatially resolved
absorption in the TCOand the nanostructures, as done for absorption in the core and the shell infigure 4.
Similarly as for FDTD, also for FEM, due to theminor increase in the volume of the simulation domain, we
expect only aminor increase in the calculation time.

However, if we consider a conformal TCO layer that wraps around a nanowire in the radial direction, with a
dome-shaped TCO top (seefigure 1(b) in [1]), the differences between themethods become apparent.With
FEM,we can include the dome shape directly andwith appropriate volume integration study the absorption in
the nanowire and theTCO separately. For FDTD,we expect the calculation of the spatially resolved absorption
in the TCOand the nanowire to be the largest numerical hurdle, as for the core–shell structure infigure 4. For
FMM,we expect the dome-like top shape to be the largest numerical hurdle since it requires the staircase
approximation, as for the nanocone-shape infigure 3(b).

Photogeneration rate
The jsc in equation (1) is the upper limit for the short-circuit current. It is reachedwhen each photogenerated
charge carrier contributes to the short-circuit current. In an actual device, there is typically noticeable spatial
dependence in the probability for photogenerated carriers to contribute to the short-circuit current [40, 41].
Therefore, for device simulations, we are often interested inG(x,y,z), the spatially resolved photogeneration rate
[40, 41]. Then, by performing for example drift-diffusionmodelling of electron-hole transport withG(x, y, z) as
a generation term for charge carriers, we can obtain an estimate for the short-circuit current, including varying
extraction and recombination losses [40, 41].
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TheG(x, y, z) can be obtained from any of FMM, FEM, or FDTD from the spatially resolved absorption (see
equation (7) in the supportingmaterial of [1]). In this case, the discussion for the choice ofmethod is similar as
for the core–shell structure: FEMyields readily the spatial profiles since theE(r,λ) required for the calculation of
G(x, y, z) is obtained as a solution at eachmodelledwavelength. As long as no slanting regions in the z-direction
exist, whichwould require the staircase approximation, FMMcould also be a suitable choice, similarly as it was
for resolving the absorption in the core and the shell infigure 4. FDTDwill on the other hand need amemory
heavy three-dimensionalmonitor and appears to give slower convergence than FEM.

Absorption along the axial direction
Infigures 2–5, we considered the absorptance integrated over the full nanostructure region.However, in some
cases, we are interested in how the absorption varies along the axial direction [23]. Such information can be
obtained by integrating the aboveG(x,y,z) over the x-y plane.However, for FMMand FDTD,we can perform the
analysis numericallymuch less heavily. In FMM,we can integrate the power flowover the x-y plane at a given z
position. From the variation of this power flow in the axial direction, we can obtain the axially resolved
absorption. For FDTD,we can place additional powermonitors at varying position in the axial direction. In our
testingwith nanowires of L=2000 nmand a resolution of 10 nm for the absorption in the axial direction (see
supporting information section 2 for technical details), the axial absorption profile can be calculated in FMM
with approximately 45% increase in calculation timewithout noticeable increase in RAMusage, in FDTDwith
an increase in calculation time on the order of 50% and increase of 1000% inRAMusage, and in FEMwith a
1500% to 7000% increase in calculation timewithout increase in RAMusage (in FEMwe used actually a volume
integration to speed up the convergence, see supporting information section 2).

Broadband versus narrowband response
Above, we focused on the case of absorption of sunlight. For theGaAs considered, the broad spectral range from
270 to 900 nmwas thus of interest. However, in some applications, we are interested in absorption over a narrow
spectral range, for example in a photodetector designed for a single communicationwavelength. Then, some
additional differences between FMMand FEMcompared to FDTD showup. In FMMandFEM,wemodelled
onewavelength at a time. Therefore, compared to the broadband simulations infigures 3–5with 64wavelength
points, we could perform the computation at 1/64 of that cost when optimizing the geometry for a single
wavelengthwith FMMor FEM. In FDTD,we obtain the full spectral response in a single run.However,
compared to the broadband response, by considering a single wavelength, we can use a constant refractive index
forGaAs, which saves approximately a factor of four in calculation time (see supporting information section
1.3.1). Thus, whenmoving from simulating a broadband response to simulating a narrowband response, FDTD
is expected to slow down by approximately an order ofmagnitude relative to FMMand FEM.

Comparison to previous studies of simulationmethods

Asmentioned in the introduction, the type of optics problem affects strongly the preferred choice for the
simulationmethod. Below, to highlight this aspect, we compare our present results with the general trends in
some of the previous studies.

Finite ensembles ofmetallic nanoparticles have attracted interest lately, andmethods for simulating their
optical properties have been compared [11–16]. There, FEMhas been often proposed as themethod of choice
due to its ability to adaptively resolve the strong electric field enhancement in the vicinity of the nanoparticles or
in the gap between two nanoparticles [11, 15]. Formetallic nanoparticles, FMM is typically not considered, even
if afinite ensemble of nanoparticles could bemodelledwith the aperiodic FMM,which is an extension of FMM
tofinite-sized scattering systems [42]. Thus, formetallic nanoparticles, FMM,whichwas highlighted as the
method of choice in the present study formany of the semiconductor nanostructure arrays, is typically not even
considered. Indeed, also for the case of simulating afinite-sized photonic crystal slabwith a line defect, the
aperiodic FMMunderperformed computationally compared to FEMand FDTD [19].

Regarding other simulationmethods not covered in the present work: Surface integral or boundary element
methods have been proposed as amethod of choice for simulating nanoparticles [13]. To the best of our
knowledge, suchmethods have not been studied to a large degree for simulating periodic arrays like those in the
present study. The discrete dipole approximation is another popularmethod for simulating the optical response
of nanoparticles [13, 15, 43]. Themethodworkedwell for simulating the optical response of single
semiconductor nanowires [43]. However, whenwe explored the use of the discrete dipole approximation for
simulating the semiconductor nanowire arrays in the present study, the computational performance appeared
considerably lower compared to FMM, FEM, and FDTD (results not shown).
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The geometry of the nanostructure arrays in the present study has some similarities with those considered in
a review on the simulation of sub-wavelength anti-reflective structures for solarmodule applications [10].
However, in the present studywe focus on absorption in the nanostructure array itself whereas the focus on that
review is onminimizing reflections, with the active, absorbing layer possibly further down into the structure.
Also in that review [10], FMM, FEM, and FDTDare highlighted formodelling periodic nanostructures, but no
quantitative comparison of their computational performance is included.

Conclusions

We showed howFMM, FEM, and FDTDcan give highly converged results for optics simulations in
semiconductor structures based on nanowire and nanocone arrays (figure 2). In FMM, for the nanowires in
figure 3(a), only the number of Fourier basis functions, as controlled by the single parameterm, determines the
convergence. In contrast, in FEMand FDTD, various parameters in the configuration of the simulation deck and
solver settings affect the convergence (see supporting information sections 1.2 and 1.3). Thus, in both FEMand
FDTD, it takesmore effort to try to optimize the numerical performance, and this optimization could be
dependent on the problem at hand. At the same time, for theGaAs nanowires infigure 3(a), FMMappears as the
numericallymost efficiently performingmethod for simulating the absorption of sun light. However, whenwe
consider the nanocone geometry with slanted sidewalls that requires the staircase approximation in FMM, the
choice of themethod becomesmore complicated as we saw infigure 3(b). If a 10−2 relative error is sufficient,
FMMstill appears as themethod of choice. However, for below 10−3 relative error, FEMbecomes themethod of
choice. Similarly, for the core–shell structures infigure 4, FMM is themethod of choice if a 10−2 relative error for
absorption in the shell or 10−3 relative error in the core is sufficient, and for lower relative error FEMbecomes
themethod of choice. For the overall absorption in both the core and the shell, FMMappears as themethod of
choice nomatter which relative error is tolerated. FDTD shows its strength for the quasi-random arrays in
figure 5. There, with increasing number of nanowires in the supercell, FDTDbecomesmore andmore
preferable for simulations. In our test system, formore than 16 nanowires in the supercell, FDTD required the
least of computational time aswell as RAM, as compared to FMMand FEM.Compared to the above results for
the broadband sun light, if wemove to consider narrowband response, we expect FDTD to slow downby a factor
of approximately 10 relative to FMMand FEM.

Importantly, the results are obtained for our test workstationwith four CPU cores. The FMMcode runs on a
single CPU core, and to utilize the available CPU cores, we runmultiple FMMcodes in parallel for different
wavelengths or geometries under study. Thus for FMM, theRAMusage scales with the number of available CPU
cores. In a systemwithmuchmoreCPU cores available, a benchmarking of parallel computation performance
should be performed. For example, itmight turn out that it is beneficial to allocate only a limited number of CPU
cores to a given FEMor FDTD instance and runmultiple such instances in parallel. For FEM,we can split the
runs in either wavelength or geometry and in FDTD in geometry. Then, the RAMusage scales as the number of
parallel FEMor FDTD simulations.We note that the FMM, FEM, and FDTD implementations tested here did
not support calculations on graphical processing units (GPUs). A benchmarking ofGPU accelerated optics
simulations [44] of nanostructure arrayswould be a useful future study.

Acknowledgments

Thiswork is supported by the Academy of Finland [GrantNo. 320166 (PREINFlagship—University of Eastern
Finland) andGrantNo. 320167 (PREINFlagship—AaltoUniversity)].We acknowledge the computational
resources provided by the Aalto Science-IT project.

ORCID iDs

Nicklas Anttu https://orcid.org/0000-0002-7626-5107
Toufik Sadi https://orcid.org/0000-0003-1451-5163

References

[1] Wallentin J et al 2013 InP nanowire array solar cells achieving 13.8% efficiency by exceeding the ray optics limit Science 339 1057–60
[2] vanDamD, vanHoofN J, Cui Y, vanVeldhoven P J, Bakkers E P,Go  mezRivas J andHaverkort J E 2016High-efficiency nanowire solar

cells with omnidirectionally enhanced absorption due to self-aligned indium–tin–oxidemie scatterersACSNano 10 11414–9
[3] MarianiG, ZhouZ, ScofieldA andHuffakerDL 2013Direct-bandgap epitaxial core–multishell nanopillar photovoltaics featuring

subwavelength optical concentratorsNano Lett. 13 1632–7

11

Nano Express 1 (2020) 030034 NAnttu et al

https://orcid.org/0000-0002-7626-5107
https://orcid.org/0000-0002-7626-5107
https://orcid.org/0000-0002-7626-5107
https://orcid.org/0000-0002-7626-5107
https://orcid.org/0000-0003-1451-5163
https://orcid.org/0000-0003-1451-5163
https://orcid.org/0000-0003-1451-5163
https://orcid.org/0000-0003-1451-5163
https://doi.org/10.1126/science.1230969
https://doi.org/10.1126/science.1230969
https://doi.org/10.1126/science.1230969
https://doi.org/10.1021/acsnano.6b06874
https://doi.org/10.1021/acsnano.6b06874
https://doi.org/10.1021/acsnano.6b06874
https://doi.org/10.1021/nl400083g
https://doi.org/10.1021/nl400083g
https://doi.org/10.1021/nl400083g


[4] AnttuN 2013Geometrical optics, electrostatics, and nanophotonic resonances in absorbing nanowire arraysOpt. Lett. 38 730–2
[5] AnttuN andXuH2013 Efficient lightmanagement in vertical nanowire arrays for photovoltaicsOpt. Express 21A558–75
[6] Kupec J andWitzigmannB 2009Dispersion, wave propagation and efficiency analysis of nanowire solar cellsOpt. Express 17

10399–410
[7] Diedenhofen S L, JanssenOT,Grzela G, Bakkers E P andGo  mezRivas J 2011 Strong geometrical dependence of the absorption of light

in arrays of semiconductor nanowiresACSNano 5 2316–23
[8] ChaoY, ChenC, LinC andHe J 2011 Light scattering by nanostructured anti-reflection coatings Energy Environ. Sci. 4 3436–41
[9] Lalanne P 1997Convergence performance of the coupled-wave and the differentialmethods for thin gratings J. Opt. Soc. Am.A 14

1583–91
[10] HanK andChangC2014Numericalmodeling of sub-wavelength anti-reflective structures for solarmodule applications

Nanomaterials 4 87–128
[11] KupresakM, ZhengX, VandenboschGA andMoshchalkovV 2017 Benchmarking of software tools for the characterization of

nanoparticlesOpt. Express 25 26760–80
[12] Hoffmann J, Hafner C, Leidenberger P,Hesselbarth J and Burger S 2009Comparison of electromagnetic field solvers for the 3D

analysis of plasmonic nanoantennas Proc. SPIE 7390,Modeling Aspects inOpticalMetrology II73900J
[13] MyroshnychenkoV, Rodriguez-Fernandez J, Pastoriza-Santos I, FunstonAM,NovoC,Mulvaney P, Liz-Marzán LMand

DeAbajo F JG 2008Modelling the optical response of gold nanoparticlesChem. Soc. Rev. 37 1792–805
[14] Grosges T, Vial A andBarchiesi D 2005Models of near-field spectroscopic studies: comparison between finite-element andfinite-

differencemethodsOpt. Express 13 8483–97
[15] Parsons J, BurrowsC, Sambles J and BarnesW2010A comparison of techniques used to simulate the scattering of electromagnetic

radiation bymetallic nanostructures J.Mod.Opt. 57 356–65
[16] KaramehmedovićM, SchuhR, Schmidt V,Wriedt T,MatyssekC,HergertW, StalmashonakA, Seifert G and StranikO2011

Comparison of numericalmethods in near-field computation formetallic nanoparticlesOpt. Express 19 8939–53
[17] Lalanne P et al 2007Numerical analysis of a slit-groove diffraction problem J. Eur. Opt. Soc.-Rapid. 2 07022
[18] Andonegui I andGarcia-Adeva A J 2013The finite elementmethod applied to the study of two-dimensional photonic crystals and

resonant cavitiesOpt. Express 21 4072–92
[19] de Lasson J R, Frandsen LH,Gutsche P, Burger S, KimOS, BreinbjergO, Ivinskaya A,Wang F, SigmundOandHäyrynen T 2018

Benchmarking five numerical simulation techniques for computing resonancewavelengths and quality factors in photonic crystal
membrane line defect cavitiesOpt. Express 26 11366–92

[20] SzpulakM,UrbanczykW, Serebryannikov E, Zheltikov A,HochmanA, Leviatan Y, Kotynski R and Panajotov K 2006Comparison of
differentmethods for rigorousmodeling of photonic crystal fibersOpt. Express 14 5699–714

[21] Kupec J andWitzigmannB 2012Computational electromagnetics for nanowire solar cells J. Comput. Electr. 11 153–65
[22] Vurgaftman I, JáM and LáR-M2001Band parameters for III–V compound semiconductors and their alloys J. Appl. Phys. 89 5815–75
[23] GhahfarokhiOM,AnttuN, Samuelson L andÅberg I 2016 Performance of GaAs nanowire array solar cells for varying incidence angles

IEEE J. Photovolt. 6 1502–8
[24] AnttuN andXuH2011 Scatteringmatrixmethod for optical excitation of surface plasmons inmetal filmswith periodic arrays of

subwavelength holes Phys. Rev.B 83 165431
[25] Noponen E andTurunen J 1994 Eigenmodemethod for electromagnetic synthesis of diffractive elements with three-dimensional

profiles J. Opt. Soc. Am.A 11 2494–502
[26] Li L 1997New formulation of the Fouriermodalmethod for crossed surface-relief gratings J. Opt. Soc. Am.A 14 2758–67
[27] Popov E andNevièreM2001Maxwell equations in Fourier space: fast-converging formulation for diffraction by arbitrary shaped,

periodic, anisotropicmedia J. Opt. Soc. Am.A 18 2886–94
[28] WeismannM,GallagherD F and PanoiuNC2015Accurate near-field calculation in the rigorous coupled-wave analysismethod J. Opt.

17 125612
[29] COMSOLAB2017WaveOpticsModuleUser’s Guide, COMSOLMultiphysics® v. 5.3a (Stockholm, Sweden) 38–46
[30] FDTDSolutions, Lumerical Solutions Inc., ver. 8.21.1906, available at http://lumerical.com/
[31] Palik ED1985GalliumArsenide (GaAs) inHandbook ofOptical Constants of Solids ed EDPalik (NewYork: Academic) 429–43
[32] RobertsonKW, LaPierre RR andKrich J J 2019 Efficientwave opticsmodeling of nanowire solar cells using rigorous coupled-wave

analysisOpt. Express 27A133–47
[33] AnttuN 2015 Shockley–Queisser detailed balance efficiency limit for nanowire solar cellsACS Photonics 2 446–53
[34] Popov E,NevièreM,Gralak B andTayebG2002 Staircase approximation validity for arbitrary-shaped gratings J. Opt. Soc. Am.A 19

33–42
[35] Åberg I, Vescovi G, Asoli D,NaseemU,Gilboy J P, Sundvall C, DahlgrenA, SvenssonKE, AnttuN andBjörkMT2016AGaAs

nanowire array solar cell with 15.3% efficiency at 1 sun IEEE J. Photovolt. 6 185–90
[36] MarianiG, Scofield AC,HungC andHuffakerD L 2013GaAs nanopillar-array solar cells employing in situ surface passivationNat.

Commun. 4 1497
[37] AspnesD, Kelso S, LoganR andBhat R 1986Optical properties of AlxGa1−xAs J. Appl. Phys. 60 754–67
[38] LinC and PovinelliML 2011Optimal design of aperiodic, vertical silicon nanowire structures for photovoltaicsOpt. Express 19

A1148–54
[39] Sturmberg BC,DossouKB, Botten LC, AsatryanAA, PoultonCG,McPhedranRC,Martijn and de Sterke C 2012Nanowire array

photovoltaics: radial disorder versus design for optimal efficiencyAppl. Phys. Lett. 101 173902
[40] AnttuN 2018 Physics and design for 20% and 25%efficiency nanowire array solar cellsNanotechnology 30 074002
[41] ChenY, Kivisaari P, PistolM andAnttuN 2016Optimization of the short-circuit current in an InP nanowire array solar cell through

opto-electronicmodelingNanotechnology 27 435404
[42] Silberstein E, Lalanne P,Hugonin J andCaoQ2001Use of grating theories in integrated optics J. Opt. Soc. Am.A 18 2865–75
[43] ChenY, AnttuN, Sivakumar S, Gompou E andMagnussonMH2020Optical far-field extinction of a single GaAs nanowire towards

in situ size control of aerotaxy nanowire growthNanotechnology 31 134001
[44] WarrenC,Giannopoulos A, GrayA, Giannakis I, PattersonA,Wetter L andHamrahA 2019ACUDA-basedGPU engine for gprMax:

open source FDTDelectromagnetic simulation softwareComput. Phys. Commun. 237 208–18

12

Nano Express 1 (2020) 030034 NAnttu et al

https://doi.org/10.1364/OL.38.000730
https://doi.org/10.1364/OL.38.000730
https://doi.org/10.1364/OL.38.000730
https://doi.org/10.1364/OE.21.00A558
https://doi.org/10.1364/OE.21.00A558
https://doi.org/10.1364/OE.21.00A558
https://doi.org/10.1364/OE.17.010399
https://doi.org/10.1364/OE.17.010399
https://doi.org/10.1364/OE.17.010399
https://doi.org/10.1364/OE.17.010399
https://doi.org/10.1021/nn103596n
https://doi.org/10.1021/nn103596n
https://doi.org/10.1021/nn103596n
https://doi.org/10.1039/c0ee00636j
https://doi.org/10.1039/c0ee00636j
https://doi.org/10.1039/c0ee00636j
https://doi.org/10.1364/JOSAA.14.001583
https://doi.org/10.1364/JOSAA.14.001583
https://doi.org/10.1364/JOSAA.14.001583
https://doi.org/10.1364/JOSAA.14.001583
https://doi.org/10.3390/nano4010087
https://doi.org/10.3390/nano4010087
https://doi.org/10.3390/nano4010087
https://doi.org/10.1364/OE.25.026760
https://doi.org/10.1364/OE.25.026760
https://doi.org/10.1364/OE.25.026760
https://doi.org/10.1039/b711486a
https://doi.org/10.1039/b711486a
https://doi.org/10.1039/b711486a
https://doi.org/10.1364/OPEX.13.008483
https://doi.org/10.1364/OPEX.13.008483
https://doi.org/10.1364/OPEX.13.008483
https://doi.org/10.1080/09500341003628702
https://doi.org/10.1080/09500341003628702
https://doi.org/10.1080/09500341003628702
https://doi.org/10.1364/OE.19.008939
https://doi.org/10.1364/OE.19.008939
https://doi.org/10.1364/OE.19.008939
https://doi.org/10.2971/jeos.2007.07022
https://doi.org/10.1364/OE.21.004072
https://doi.org/10.1364/OE.21.004072
https://doi.org/10.1364/OE.21.004072
https://doi.org/10.1364/OE.26.011366
https://doi.org/10.1364/OE.26.011366
https://doi.org/10.1364/OE.26.011366
https://doi.org/10.1364/OE.14.005699
https://doi.org/10.1364/OE.14.005699
https://doi.org/10.1364/OE.14.005699
https://doi.org/10.1007/s10825-012-0388-9
https://doi.org/10.1007/s10825-012-0388-9
https://doi.org/10.1007/s10825-012-0388-9
https://doi.org/10.1063/1.1368156
https://doi.org/10.1063/1.1368156
https://doi.org/10.1063/1.1368156
https://doi.org/10.1109/JPHOTOV.2016.2604564
https://doi.org/10.1109/JPHOTOV.2016.2604564
https://doi.org/10.1109/JPHOTOV.2016.2604564
https://doi.org/10.1103/PhysRevB.83.165431
https://doi.org/10.1364/JOSAA.11.002494
https://doi.org/10.1364/JOSAA.11.002494
https://doi.org/10.1364/JOSAA.11.002494
https://doi.org/10.1364/JOSAA.14.002758
https://doi.org/10.1364/JOSAA.14.002758
https://doi.org/10.1364/JOSAA.14.002758
https://doi.org/10.1364/JOSAA.18.002886
https://doi.org/10.1364/JOSAA.18.002886
https://doi.org/10.1364/JOSAA.18.002886
https://doi.org/10.1088/2040-8978/17/12/125612
http://www.lumerical.com/
https://doi.org/10.1364/OE.27.00A133
https://doi.org/10.1364/OE.27.00A133
https://doi.org/10.1364/OE.27.00A133
https://doi.org/10.1021/ph5004835
https://doi.org/10.1021/ph5004835
https://doi.org/10.1021/ph5004835
https://doi.org/10.1364/JOSAA.19.000033
https://doi.org/10.1364/JOSAA.19.000033
https://doi.org/10.1364/JOSAA.19.000033
https://doi.org/10.1364/JOSAA.19.000033
https://doi.org/10.1109/JPHOTOV.2015.2484967
https://doi.org/10.1109/JPHOTOV.2015.2484967
https://doi.org/10.1109/JPHOTOV.2015.2484967
https://doi.org/10.1038/ncomms2509
https://doi.org/10.1063/1.337426
https://doi.org/10.1063/1.337426
https://doi.org/10.1063/1.337426
https://doi.org/10.1364/OE.19.0A1148
https://doi.org/10.1364/OE.19.0A1148
https://doi.org/10.1364/OE.19.0A1148
https://doi.org/10.1364/OE.19.0A1148
https://doi.org/10.1063/1.4761957
https://doi.org/10.1088/1361-6528/aaf3f5
https://doi.org/10.1088/0957-4484/27/43/435404
https://doi.org/10.1364/JOSAA.18.002865
https://doi.org/10.1364/JOSAA.18.002865
https://doi.org/10.1364/JOSAA.18.002865
https://doi.org/10.1088/1361-6528/ab5fe4
https://doi.org/10.1016/j.cpc.2018.11.007
https://doi.org/10.1016/j.cpc.2018.11.007
https://doi.org/10.1016/j.cpc.2018.11.007

	Introduction
	Geometry and materials
	Methods
	Fourier modal method (FMM)
	Finite element method (FEM)
	Finite-difference time-domain (FDTD) method
	Symmetry reduction
	Computational resources
	Convergence metrics

	Results
	Validation of simulation methods
	Convergence of absorptance in nanowires and nanocones
	Convergence of absorption in core–shell structure
	Convergence of absorption in quasi-random array

	Discussion of additional dependencies
	Size of the simulation domain in the x-y plane
	Size of the simulation domain in the z-direction
	Random length for nanowires
	TCO contact layer
	Photogeneration rate
	Absorption along the axial direction
	Broadband versus narrowband response

	Comparison to previous studies of simulation methods
	Conclusions
	Acknowledgments
	References



