
This is an electronic reprint of the original article.
This reprint may differ from the original in pagination and typographic detail.

Powered by TCPDF (www.tcpdf.org)

This material is protected by copyright and other intellectual property rights, and duplication or sale of all or 
part of any of the repository collections is not permitted, except that material may be duplicated by you for 
your research use or educational purposes in electronic or print form. You must obtain permission for any 
other use. Electronic or print copies may not be offered, whether for sale or otherwise to anyone who is not 
an authorised user.

Kurpaska, L.; Dominguez-Gutierrez, F. J.; Zhang, Y.; Mulewska, K.; Bei, H.; Weber, W. J.;
Kosińska, A.; Chrominski, W.; Jozwik, I.; Alvarez-Donado, R.; Papanikolaou, S.; Jagielski, J.;
Alava, M.
Effects of Fe atoms on hardening of a nickel matrix: Nanoindentation experiments and atom-
scale numerical modeling

Published in:
Materials and Design

DOI:
10.1016/j.matdes.2022.110639

Published: 01/05/2022

Document Version
Publisher's PDF, also known as Version of record

Published under the following license:
CC BY-NC-ND

Please cite the original version:
Kurpaska, L., Dominguez-Gutierrez, F. J., Zhang, Y., Mulewska, K., Bei, H., Weber, W. J., Kosiska, A.,
Chrominski, W., Jozwik, I., Alvarez-Donado, R., Papanikolaou, S., Jagielski, J., & Alava, M. (2022). Effects of Fe
atoms on hardening of a nickel matrix: Nanoindentation experiments and atom-scale numerical modeling.
Materials and Design, 217, 1-12. [110639]. https://doi.org/10.1016/j.matdes.2022.110639

https://doi.org/10.1016/j.matdes.2022.110639
https://doi.org/10.1016/j.matdes.2022.110639


Materials & Design 217 (2022) 110639
Contents lists available at ScienceDirect

Materials & Design

journal homepage: www.elsevier .com/locate /matdes
Effects of Fe atoms on hardening of a nickel matrix: Nanoindentation
experiments and atom-scale numerical modeling
https://doi.org/10.1016/j.matdes.2022.110639
0264-1275/� 2022 The Authors. Published by Elsevier Ltd.
This is an open access article under the CC BY-NC-ND license (http://creativecommons.org/licenses/by-nc-nd/4.0/).

⇑ Corresponding authors.
E-mail addresses: Lukasz.Kurpaska@ncbj.gov.pl (L. Kurpaska), Javier.Dominguez@ncbj.gov.pl (F.J. Dominguez-Gutierrez).
L. Kurpaska a,⇑, F.J. Dominguez-Gutierrez a,d,⇑, Y. Zhang b,c, K. Mulewska a, H. Bei e, W.J. Weber b,c,
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� Hardening of Ni-based alloys has
been studied by using experimental
and numerical approach.

� Significant hardening as a function of
Fe concentration has been observed.

� The main strengthening factors are
associated to sluggish dislocation
diffusion, reduced defect size and the
nucleation of tetrahedral stacking
faults.

� Interstitial type prismatic dislocation
loops are formed during loading and
their interaction leads to the
formation of pyramidal shaped
stacking faults.

� Both types of defects coexist in the
same plastic deformation zone.
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a b s t r a c t

Significant hardening effect due to Fe concentrations in Ni-based alloys with face-centered-cubic struc-
ture has been studied by using a combined experimental and atomistic-based computational approach
via nanoindentation tests. The obtained experimental load–displacement data for the [001] crystal ori-
entation reached a qualitative good agreement with molecular dynamics simulations results, leading
to strong evidence that the main strengthening factors are associated to sluggish dislocation diffusion,
reduced defect sizes and the nucleation of tetrahedral stacking faults. Here, interstitial type prismatic dis-
location loops mainly formed by ⅙h112i Shockley dislocations are nucleated during the loading process,
where their interaction leads to the formation of pyramidal shaped stacking fault which are mainly cre-
ated by ⅓h100i Hirth dislocations lines. Observing both types of defects coexisting in the same plastic
deformation zone by both approaches. Reported mechanical data, measured experimentally and inter-
preted numerically, are also in accordance with microstructural SEM and TEM investigations.
� 2022 The Authors. Published by Elsevier Ltd. This is anopenaccess article under the CCBY-NC-ND license

(http://creativecommons.org/licenses/by-nc-nd/4.0/).
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1. Introduction available TEM data, we suggest that, for the studied SP-CSAs, the
Single phase concentrated solid solution alloys (SP-CSAs) are
novel materials allowing to emphasize or delineate alloying effects
[1,2]. In contrast to traditional alloy systems, SP-CSAs are com-
posed of up to five principal elements that form concentrated ran-
dom solid solutions in the simple underlying FCC or BCC lattice
geometries [1–7]. The fundamental idea which drives research
related to SP-CSA assumes that these materials show tunable levels
of lattice distortion and chemical complexity [1,4] which results in
reduction of the mean free path of electrons, phonons and mag-
nons. Reported phenomena result in the modification of defect for-
mation energies and migration barriers in SP-SCA alloys, and thus,
SP-CSA systems appear as a new family of materials in which their
desirable properties including defect stability, defect recombina-
tion and defect migration mechanisms that have to be experimen-
tally tested and numerically simulated to be fully understood and
explained. In this work, we investigate the detailed mechanisms in
SP-CSAs with solely two elements (Ni, Fe) at variable relative con-
centration, using nanoindentation experiments and also, molecular
simulations.

High-entropy alloys (HEAs) are multicomponent (four/five-
element) versions of complex SP-CSAs, and they are considered
to be strong candidates for structural components of future nuclear
systems (i.e., Generation IV reactors, tokamaks, accelerators or
fusion reactors), especially in cases where high radiation tolerance
is a primary concern [8,9]. The origin of the behavior is believed to
be strongly associated to the random nature of alloying elements in
SP-CSAs, which may trigger recovery damage by efficient dynamic
annealing at an early stage of the energy deposition [1,4,10]. In
addition to very favorable radiation resistance, SP-CSAs show
promising mechanical properties, such as high yield strength, high
thermal stability and hardness, high-temperature strength, good
wear and fatigue resistance, and excellent corrosion resistance in
aggressive coolant media [11–13]. Reported properties were con-
firmed by both theoretical and experimental studies [4,14–16],
however their responsible mechanisms are still prone to debate.
For example, Jin et al. found that equiatomic NiFe presented signif-
icant delay in damage accumulation and evolution compared to
pure nickel and NiCo at room temperature [17]. At the same time
Lu et al. [13] have demonstrated that defect clusters migrate
slower in NiFe than in pure nickel and NiCo at room temperature.
This has been also confirmed by Molecular Dynamic (MD) simula-
tions [18]. It is expected that similar responses will take place at
elevated temperatures, however, underlying mechanisms are not
clear and literature data about these processes is scarce.

In spite of these efforts, further study is required to examine the
interplay between the dislocation loops evolution and local chem-
ical segregation, particularly as a function of the chemical compo-
sition of SP-CSAs, with comparisons between experimental and
numerical modelling data. Here, chemical complexity plays an
important role due its connection with Stacking fault formation
in SP-CSAs affecting the plastic deformation mechanism of NixFe(1-
x) materials. In general, available literature comparing experimen-
tal and atomistic simulations is scarce and there is a need for
detailed studies of properties of the SP-CSA systems. Inspired by
the previous discussion reported in literature, in this work, we con-
ducted detailed nanomechanical investigations of three samples:
pure nickel, Ni0.8Fe0.2 and Ni0.5Fe0.5 by using nanoindentation test
[19–21]. The obtained experimental data for load–displacement
(LD) curves and material hardness were compared with MD simu-
lations, showing promising qualitative agreement. By using MD
simulations [22], we investigated the mechanisms by which dislo-
cations lines and dislocation loops mediate plastic deformation at
early stages of nanoindentation in SP-CSAs. In conjunction with
2

hardness increase in the material is driven by pyramidal shaped
stacking faults that are formed by the interaction of interstitial-
type prismatic dislocation loops formed principally by⅙ h112i dis-
location lines. In addition, the observed prismatic loop sizes in sim-
ulations have a compositional dependence that is in line with TEM
measurements. Thus, we believe that the combination of experi-
mental and numerical efforts aids in understanding the deforma-
tion mechanism of SP-SCA systems.

Our manuscript is organized as follows: In Section 2, we
describe the experimental techniques and computational method-
ology for carrying out nanoindentation tests. In Section 3, the hard-
ness measurements and atomistic insights of indentation
processes in crystalline pure nickel, Ni0.8Fe0.2 and Ni0.5Fe0.5 sam-
ples are presented, where an agreement between experimental
measurements and numerical modelling is reported and discussed.
Moreover, a discussion of dislocation nucleation mechanism pro-
vides information about the material hardness increase by includ-
ing Fe in the alloy sample. In Section 4, we present a comparison of
the experimental and simulation findings and discuss the implica-
tions of compositional complexity for defect properties. Finally, in
Section 5, concluding remarks are summarized.
2. Experimental procedures and computational methods

To provide homogeneous and well mixed alloys, pure nickel
and/or iron powders (>99.9% purity) were weighed and mixed by
arc melting with the buttons flipped and re-melted five times
ensuring good mixing before drop casting into a copper mold.
Thus, single crystals were grown by using a floating-zone direc-
tional solidification method from the polycrystalline drop-cast
ingots [23]. The diameter of the molten zone was carefully reduced
in order to produce a neck that prevented slower growing grains
from propagating [24,25]. The details of the single crystal growth
are further detailed in Ref. [23]. Afterwards, X-ray backscatter Laue
diffraction of pure Ni, Ni0.8Fe0.2 and Ni0.5Fe0.5 was performed, and
results confirmed a single crystalline FCC structure for all tested
specimens. Consecutively, all single crystals were re-oriented to
[100] surface using backscatter Laue diffraction, and cut into disks
with diameters of approx. 10 to 12.5 mm and thickness of 1.1 mm.
The cutting procedure was performed by using an electro-
discharge machine (EDM). Finally, all studied samples were care-
fully mechanically and electrochemically polished to remove the
damaged layer created during cutting and mechanical polishing
procedures.

The nanoindentation technique was utilized to measure materi-
als hardness as function of indentation depth [19,20]. Prior to all
experiments, a Diamond Area Function (DAF) of the indenter tip
was calculated for each indentation depth. Calibrations were per-
formed using Fused Silica (FS) as a standard material with defined
mechanical properties. Measurements were performed at room
temperature by using the Nanotest Vantage machine manufac-
tured by Micro Materials Ltd with a force sensitivity is 3nN and
the depth sensitivity is 0.002 nm. A diamond Berkovich-shaped
indenter (Synton-MDP) was used for all the measurements.
Nanoindentation tests were carried out in Load Partial Unload
(LPU) mode [26,27]. This procedure was used to obtain a hardness
response for different sized indents in the same spot. In this type of
experiment, the force is increased to the maximum global force in
a series of force-increasing and partial force removal increments. In
our experimental set-up, we increased force from 0.5 mN to a max-
imum 10mN every 0.5 mN up to 4 mN, and then at 5, 7 and 10 mN.
At each maximum local force, the load was held constant for 2 s
and then reduced to 30% of the max. force before reloading to
the next force increment. Described procedure results in the obser-
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vation of periodic serrations in the L-D curve. They, however, are
related to the experimental procedure. It is known that metallic
materials deform plastically once the applied stress exceeds the
yield strength but also tend to creep (continued plastic deforma-
tion at constant applied stresses above the yield point). Creep
causes error in the indentation measurement as it distorts the gra-
dient of the force removal curve. To minimize this effect, hold time
with max force was limited to 2 s. The described experimental pro-
cedure resulted in recording indentation depths between approx.
70 to 450 nm, depending on the specimen type. Each measurement
was repeated 16 times with 50 lm spacing between the indents
according to the schematics presented in Fig. 1. All the indents
were made by using a loading/unloading rate of 0.5 mN/sec. The
dwell period for drift data correction was set to 60 secs. The
described methodology was used to minimize the impact of the
surface quality (single indentations, if placed near scratches, would
have been heavily impacted by improper contact between the
indenter tip and sample surface).

Electron transparent lamellas of irradiation zone cross sections
were taken with application of a standard lift-out technique on
SEM/FIB ThermoFisher Scientific Helios 5 UX system. Thinning
was conducted with gradually decreasing beam acceleration in
order to minimize the impact of Ga ions on dislocation structures.
TEM observations were carried out with JEOL JEM 1200EX II micro-
scope operated at 120 kV. Particular care was taken to set a partic-
ular imaging conditions to make presented images comparable in
terms of defects visibility. Sample was firstly tilted to the near-
est h001i type zone axis and then two-beam condition with
g = [200] was set to enhance contrast from dislocations. Disloca-
tion density was calculated with line intercept method as utilized
in Ref. [28]. Density was expressed with following formula q = n/lt
where n is the number of intersections of dislocations with exper-
imental lines, l is the length of line grid, t is sample thickness. The
latter was measured with a convergent beam diffraction method.

2.1. Molecular dynamics simulations framework

The numerical modelling aims to provide information about
atomistic mechanisms during plastic deformation of the material
during nanoindentation tests, and especially how the SP-CSA com-
positional complexity influences dislocation properties and mech-
anisms. One should take into account, that the identification of
deformation mechanisms directly from nanoindentation experi-
Fig. 1. Visualization of the mapping procedure during nanoindentation with
Berkovich tip. A SEM image of the indenter tip mark is shown in the inset figure,
where the surface topography of the Ni0.5Fe0.5 sample is presented after
nanoindentation.

3

mental data is very difficult, due to the presence of a complex
stress profile underneath the indenter tip that induces non-trivial
size effects. Thus, Molecular Dynamics offers an invaluable tool
to get a deeper insight into processes occurring during nanoinden-
tation. For this purpose, MD simulations of nanoindentation of
pure nickel, Ni0.8Fe0.2 and Ni0.5Fe0.5 samples were performed by
the Large-scale Atomic/Molecular Massively Parallel Simulator
(LAMMPS) [29] and interatomic potentials reported by Choi et al.
[30] which are based on the second Nearest Neighbor Modified
Embedded Atom Method (2NN-MEAM). We first defined the initial
Ni sample (see Table 1) and applied a process of energy optimiza-
tion and equilibration for 100 ps with a Langevin thermostat at
300 K and a time constant of 100 fs [31,32]. This is done until
the system reaches a homogeneous sample temperature and pres-
sure profile [31], at a density of 8.78 gr/cm3. A final step is per-
formed by relaxing the prepared sample for 10 ps to dissipate
artificial heat. For the Ni0.8Fe0.2 and Ni0.5Fe0.5 samples, Ni atoms
are substituted by Fe atoms randomly in the original FCC Ni sample
following a thermalization at T = 300 K for 2 ns. The system is fur-
ther equilibrated through the use of Monte Carlo (MC) relaxation,
using a canonical ensemble with a compositional constraint by
performing atomic swaps, as implemented in LAMMPS [29]. Con-
verged configurations were cooled to T = 0 K and relaxed, to erase
any thermal uncertainties. Finally, prepared samples are equili-
brated at T = 300 K for 2 ns. All these simulations for pure nickel,
Ni0.8Fe0.2 and Ni0.5Fe0.5 samples were performed in the isobaric-
isothermal ensemble by means of integrating the Nose-Hoover
equations with damping parameters sT = 2 fs and sP = 5 ps for
the thermostat and barostat, respectively, and keeping the external
pressure at 0 GPa, which reaches a density of 8.48 gr/cm3 for Ni0.8-
Fe0.2 and 8.17 gr/cm3 for the Ni0.5Fe0.5 sample. Before performing
nanoindentation simulations, prepared samples are defined into
three sections in the z direction for setting up boundary conditions
along their depth, dz: 1) the lowest bottom layers are kept frozen
(�0.02 � dz) to assure stability of the atoms when nanoindentation
is performed; 2) a thermostatic region (�0.08 � dz) above the fro-
zen one is set to dissipate the generated heat during nanoindenta-
tion; and 3) the rest of the layers are defined as the dynamical
atoms section, where the interaction with the indenter tip modifies
the surface structure of the samples. Finally, a 5 nm vacuum sec-
tion is added at the top of the sample [32].

Under the spatial (few nanometers) and time (picoseconds)
scales of the MD simulations, the initial processes of the plastic
deformation and phase transformation of the materials can be
studied at the atomic level by nanoindentation testing. Here, a Ber-
kovich tip can be modeled by a spherical indenter tip in the numer-
ical modelling due to negligible differences between phase
transformation regions presented by both tips at early stages of
the loading process [33,34]. In addition, the roundness of the Ber-
kovich tip validates the use of a spherical indenter in the MD sim-
ulations, which is limited to only few nm depths. Furthermore, the
1–100 m/s indentation velocity range, usually considered in MD
simulations, is smaller than the sound’s speed in solids, making
the numerical modelling capable to accurately capture the elastic
Hertzian regime and provide information of early dislocation
nucleation, similar to those obtained in experiments, along with
a better understanding of the elastic–plastic deformation transi-
Table 1
Size and atomic distribution of the numerical samples used to perform MD
simulations.

Sample Size (dx,dy,dz) [nm] Atoms

Nickel (32.63, 35.47, 30.35) 3 164 800 Ni; 0 Fe
Ni0.8Fe0.2 (32.83, 35.68, 30.74) 2 531 840 Ni; 632 960 Fe
Ni0.5Fe0.5 (33.08, 35.95, 30.97) 1 582 400 Ni; 1 582 400 Fe
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tion of the material. In our work, we use a NVE statistical thermo-
dynamic ensemble to carry out the indentation test, where the
velocity Verlet algorithm is implemented in LAMMPS with periodic
boundary conditions set on the x and y axes to simulate an infinite
surface [32]. A non-atomic repulsive imaginary (RI) rigid sphere
defines our indenter tip as: F(t) = K(r(t) � R)2 where the constant
force is K = 37.8 MPa, and the trajectory of the center of the inden-
ter tip is defined as r(t) = (x0, y0, (z0 ± vt)), with radius R = 5 nm,
surface contact point as x0 and y0, and the initial gap z0 = 0.5 nm
between the surface and the intender tip to avoid effects of initial
tip-surface interaction. The indenter tip’s speed v = 50 m/s is cho-
sen as positive for loading, and as negative for unloading processes.
The LPU process was also emulated by the MD simulations where
no qualitative difference was found to a monotonous loading pro-
cess, which is further discussed in appendix A. Also, a comparison
to a lower maximum tip’s speed of 20 m/s is presented in the Sup-
plementary Material (SM), where no qualitative differences with
the obtained results were found. Each calculation was performed
for 125 ps with a time step of Dt = 0.5 fs. for a maximum indenta-
tion depth of 5.0 nm to avoid the influence of boundary layers of
the material. Thus, the load on the indenter P is computed by the
forces acting on the indenter in the indentation direction and the
depth h is calculated as the displacement of the indenter tip rela-
tive to the initial surface of the material sample.
3. Results

In order to estimate the mechanical properties changes
recorded in pure Ni and two binary alloys with 20 and 50% Fe, all
specimens were tested using the nanoindentation technique. In
Fig. 2, we present the load–displacement (LD) dependencies
obtained from different indentations and recorded for Ni in a)
Ni0.8Fe0.2, in b) and Ni0.5Fe0.5 in c). The effect of the presence of
Fe can be observed in Fig. 2b and Fig. 2c where the LD plots are
more separated from each other. In other words: the increase of
Fe content leads to an increase of the spread of results. This is par-
ticularly visible for Ni0.5Fe0.5 system (Fig. 2c) where the atomic per-
centage of Fe in the sample is higher. These results suggest that the
substitution of Fe in the sample may not be uniform, or what is
more likely, surface effects are more important in this specimen,
as studied samples are single crystals, therefore, all elements
should be distributed equally. For a given force, the indenter tip
goes slightly deeper in the pure Ni sample, then for specimens with
Fe addition. Moreover, relatively wider spreading of the load–dis-
placement curves is observed with increasing Fe concentration,
which may be associated with wider distributions of formation
and migration energies of vacancies and interstitials with alloying
Fe with Ni [1,2]. This result suggests that dislocation generation
and propagation in pure Ni is easier than in binary alloys. This phe-
nomenon has been confirmed by our simulations and further
exploited in the following part of the paper.
Fig. 2. Load- displacement dependencies for pure nickel, Ni0.8Fe0.2 and Ni0.5Fe0.5 alloys fo
process registered during LPU set-up.

4

In Fig. 3, we present the representative LD plots from the exper-
imental measurements in Fig. 3a and those obtained by the MD
simulations in Fig. 3b for a single load-unload simulation. A com-
parison should be treated qualitatively and it is made in the elastic
regime. For the MD results, 5 simulations were carried out at dif-
ferent locations on the Ni0.8Fe0.2 and Ni0.5Fe0.5 samples due to the
random location of the Ni and Fe in the sample. An average of
the LD curves, P=1=5

P5
i¼1Pi, from the MD simulations is presented

in Fig. 3b with the error bars associated to the maximum and min-
imum values for all the simulations. For the Ni sample, one MD
simulation was performed due to the symmetry of the single ele-
ment sample. Although, MD allows us to simulate only
35000 nm3 volume of the material, while recorded LD curves rep-
resent an almost 500 nm deep indentation; we note that indenter
tip can penetrate the sample deeper for the Ni sample than for the
Ni0.8Fe0.2 and Ni0.5Fe0.5 alloys for both cases. This result is related to
the increase of material hardness in SP-CSAs. The elastic region in
our MD simulations for the three samples is fitted to a Hertz fitting
curve as:

P ¼ 4
3
EEff R

1=2h3=2 ð1Þ

with R and h are the indenter tip radius and penetration depth,
respectively; and EEff as the effectic elastic modulus of pure Ni or
each binary alloys that considers the contributions of the sample

and the indenter tip, and is defined as 1
EEff

¼ 1�v2

E� þ 1�v2
i

Ei
where (E*,

v) and (Ei,vi) are the elastic modulus and Poisson radius of the sam-
ple and indenter tip, respectively. For the experimental part we
consider a Poisson radius of 0.3 for the diamond tip and for the
MD simulations this value is infinite due the spherical shaped IR
tip. The sample material recovery is observed at the unloading
curve where the maximum load is reached by the Ni0.8Fe0.2 sample
with respect to the other two samples, besides the fast recovery of
the studied binary alloys. This is also shown by the experimental
data, where the Ni0.8Fe0.2 presented a higher hardness value than
the other samples.

Fig. 4 compares hardness as a function of depth of three mate-
rials: pure Ni, Ni0.8Fe0.2 and Ni0.8Fe0.2 obtained experimentally and
via MD. Fig. 4a shows recorded hardness values in the load range
from 1 to 10mN for all three studied samples. One can observe that
in the case of pure nickel specimen, the hardness value oscillates
around � 1.4 GPa in the whole indentation depth. It increases up
to � 2.2 GPa for the specimen containing 20% Fe. When Fe content
reaches 50%, the material hardness increases slightly further show-
ing relatively large error bars. The reported trend qualitatively and
quantitatively agrees with the work of Jin et al. [29] who tested
similar sample compositions. Finally, one should mention that
the presented H values agree with the tensile yield strength mea-
surements [34]. Actually, a similar hardness value of pure Ni
(1.18 ± 0.04 GPa) has also been recorded on [100] single crystals,
by K. Jin et al. [35,36]. In the MD simulations, atomic resolution
r several indents in the experiments. Arrows indicate serrations related to unloading



Fig. 3. Load – displacement curve for pure nickel, Ni0.8Fe0.2 and Ni0.5Fe0.5 alloys obtained experimentally in a) and fromMD simulations in b). Hertz fitting curves are included
to the elastic region of our MD simulations and a qualitative good agreement is reached by both methods.

Fig. 4. Nanohardness of pure nickel, Ni0.8Fe0.2 and Ni0.5Fe0.5 as a function of the
indenter displacement recorded during the nanoindentation test a) and loading and
unloading parts for the MD simulations in b). Qualitative agreement in terms of
hardness difference between individual samples and over penetration depth is
reached by the theory and experimental measurements.
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is achieved, so an inverse size effect at small depths is clearly vis-
ible, as it is well known to take place for spherical tips in FCC crys-
tals [37]. Furthermore, standard size effects, such as the ISE
proposed by the Nix-Gao model [38], are not clearly observed in
either experiments or simulations, given the presence of sub-
micrometer indentation depths, typically used to investigate ion-
irradiated layers.

We note a trend in our MD simulations reported in Fig. 4b,
where a qualitative agreement is reached to the experimental data.
Here, the hardness is computed as H = P/Ac, with P as the load as a

function of the indenter displacement and Ac = p 2hR� h2
� �

as the

contact area at load P, considering the indenter displacement, h,
and tip radius, R. From MD simulation results, one can also notice
that the hardness values do not show fluctuations as a function of
the indenter tip penetration depth. They seem to stabilize after
reaching a depth of 2.5 nm. We find that a combination of differ-
ences in the dislocation nucleation mechanisms, as well as the
defect sizes, may explain the trend of hardness increase in the
Ni0.8Fe0.2 and Ni0.5Fe0.5 samples with respect to pure Ni data. Start-
ing by the realization that the trend presented by the experimental
measurements for hardness is in a qualitative agreement to MD
simulation results, we analyze dislocation nucleation mechanisms
and defect sizes suggested by MD (described in what follows). We
5

show that our findings are consistent with Transmission Electron
Microscopy (TEM) data, thus presenting a consistent picture of
deformation mechanisms in SP-CSAs. In the SM, we present a qual-
itative good agreement between atomic displacement distribu-
tions that show the pile up formation after nanoindentation
tests, in combination to those obtained by SEM images, for pure
Nickel sample. Further, in the SM, we report the hardness values
obtained by the Oliver Pharr method for several indentation
depths, showing higher H values and a qualitative trend agreement
with experimental data.

3.1. Dislocation nucleation mechanisms

In this section, we investigate the details of the dislocation den-
sity dynamics as a function of the indenter displacement, exploring
differences among distinct chemical compositions. Obtained MD
results are presented in Fig. 5 for pure Ni, in Fig. 6 for the Ni0.8Fe0.2
sample, and Ni0.5Fe0.5 is shown in Fig. 7. In order to investigate the
mechanism of dislocation lines and loops nucleation, we apply the
Dislocation Extraction Analysis (DXA) tool that is implemented in
the software OVITO [39] to compute and visualize dislocation
types dynamically. This provides an atomic insight into the plastic
deformation of materials due to external loading. Thus, we com-
pute the total dislocation density, q, as a function of the depth as.

q ¼ l
VD

ð4Þ

where l is the dislocation length of each type, and VD = 2p/3(Rpl3 -h3)
is the volume of the plastic deformation region by using the approx-
imation of a spherical plastic zone; where Rpl is the largest distance
of a dislocation measured from the indentation displacement, con-
sidering a hemispherical geometry. Here, the dislocation evolution
as a function of the depth for different materials can be analyzed
in Fig. 5a, Fig. 6a, and Fig. 7a).

In general, we note that the partial ⅙ h112i Shockley disloca-
tions are dominant in all three samples, as expected for FCC crys-
tals. From our MD simulations, it is also observed that the
formation of the ⅓ h100i Hirth and ⅙h110i Stair-rod partial dislo-
cations start nucleating at a depth range of 0.5 to 1 nm for all spec-
imens due to the stress profile underneath the indenter tip. These
dislocations are responsible for prismatic dislocation loops (PDLs)
nucleation that can be observed after reaching a penetration depth
of 1.5 nm or deeper. Obtained numerical results suggest that the
propagation of dislocation partials and loops is faster for pure Ni
sample and starts to slow down as a function of increasing iron
content in the studied samples, as reported in the SM through



Fig. 5. Total dislocation density as a function of the indenter displacement for Ni in a), Prismatic dislocation loops (PDLs) and stacking fault tetrahedron (SFT) nucleation
identification is shown in b)-d). PDLs and SFTs are identified by black and red circles, respectively. (For interpretation of the references to colour in this figure legend, the
reader is referred to the web version of this article.)

Fig. 6. Total dislocation density as a function of the indenter displacement for Ni0.8Fe0.2 in a), PDLs and SFT nucleation mechanism in b-d). PDL and SFT are identified by black
and red circles, respectively. (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this article.)
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video animations of the MD simulations. Reported effects are in
good agreement with TEM images where defects in pure Ni
migrate faster than binary alloys [13]. In addition, the unloading
process provides information about elastic recovery after the
6

nanoindentation cycle is terminated. Here, it is interesting to note
that the ⅙h112i Shockley dislocation partials decrease their
lengths and some of them tend to disappear and being absorbed
by the material surface.



Fig. 7. Dislocation density for different dislocation types as a function of the indenter displacement for Ni0.5Fe0.5 in a), PDLs and SFT nucleation mechanism in b-f). PDL and
SFT are identified by black and red circles, respectively. (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this
article.)
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For pure Ni, the formation of a PDL is observed at a depth of
2.0 nm which is a product of a lasso-type dislocation, as shown in
a black circle in Fig. 5b. Then, at a depth of 2.50 nm, the nucleation
of a second PDL, with a bigger radius than the first one is detected.
A pyramidal shaped SFT is formedat a 3.75nmdepth (Fig. 5c),where
the interaction of the PDLs occurs, identified by a red circle in Fig. 5d.
SFTs are mainly formed by ⅓h100i Hirth dislocation lines due the
interaction of the PDLmainly formed by⅙ h112i type Shockley dis-
locations. After 4.5 nm depth is reached, one can note the formation
of two SFTs that remain in the plastic region after the unloading pro-
cess occurs due to their slowmobility, see Fig. 5d. After the nanoin-
dentation cycle is terminated, another type of SFT is formed by ⅙
h110i Stair-rod type dislocation lines which has also been observed
in TEM images (for Ni samples). Finally, we conclude that
pyramidally-shaped SFTs are formed by joining prismatic disloca-
tion loops that are associated to the [100] crystal orientation of Ni.

The dislocation nucleation and evolution for the Ni0.8Fe0.2 sam-
ple is presented in Fig. 6. For the Ni sample an embryonic partial
dislocation line was observed at 1 nm, but it was not formed for
the Ni-Fe sample due to the Ni-Fe bonding. At 2 nm depth, two
prismatic dislocation loops are already nucleated from the lasso
dislocation in the {111} and {11–1} slip planes, as shown in
Fig. 6b. Then, at a depth of 3.75 nm a SFT is already formed but
few PDLs coexist in the plastic region (Fig. 6c). After 4.5 nm depth
is reached, a couple of pyramidal shaped SFT are formed and fol-
lowed the mechanism presented in the Ni sample. One should keep
in mind that the described mechanism only concerns the [100]
crystal orientation. After unloading, we note that both pyramidal
SFT remained intact and do not move, Fig. 6d. In addition, the dis-
location network that developed underneath the indenter, seems
to be less dense compared to the one observed for the pure Ni sam-
ple. This phenomenon suggests that the Ni0.8Fe0.2 sample recovers
faster than pure Ni, possibly contributing to the difference of
reported experimentally material hardness.

In order to further investigate themechanical response of binary
alloys, we present the dislocation network dynamics of the
7

Ni0.5Fe0.5 system in Fig. 7. The presence of 50 % Fe in the sample
appears to slow down the propagation of PDLs than in pure Ni sam-
ple, which is observed in the video animation of the MD simulation
(see SM). It is noted that the 4th PDL is formed at depth of 3.75 nm
for the Ni0.5Fe0.5 sample, while 5 PDLs are already formed for the
other two cases. Here, the pyramidal SFT is not completely formed
due to the slow propagation of PDLs, as observed in Fig. 7c. Clearly,
it requires much deeper depth in order to achieve interaction
between PDLs to finally form a pyramidal SFT. After unloading,
the sample was able to recover with a couple of PDLs close to the
dislocation network (underneath of the indenter tip), see Fig. 7d).
The hardness of the material is similar as in the case of Ni0.8Fe0.2
due to the formation of a dislocation network density around the
indenter that compensates for the absence of a second pyramidal
SFT formed (as also observed for the Ni0.8Fe0.2 sample). In conclu-
sion, our MD simulations show that vacancy-type SFT and
interstitial-type PDL coexist in the same plastic region that is cor-
roborated by the TEM images. The mechanism of the formation of
tetrahedral stacking faults from prismatic dislocation loops is also
observed in all studied samples. According to our studies, the
mobility of PDLs seems to slow down with increasing Fe contribu-
tion, and the SFTs are not nucleated at a depth of 4 nm for the
Ni0.5Fe0.5.

To better understand defect evolution in the studied pure Ni and
binary alloys, we compared our results to TEM studies. Described
samples were Ni-ion irradiated to a fluence of 5x1015 cm�2, corre-
sponding to a dose of approx. 6.5 dpa at the peak. Images are from
about 500 nm depth, from the sample surface, therefore one can
exclude surface related issues, like increased dislocation density
originating into polishing processes. LPU nanoindentation test sim-
ulations were performed for a pure Ni sample, showing similar
results for mechanical properties and dislocation network dynam-
ics. These results are shown in the appendix section.

Fig. 8 shows that SFTs and dislocation loops (marked with red
circles and blue arrows, respectively) coexist with each other,
regardless of studied compositions. However, one can observe that
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the size of dislocation loops decreases with increasing Fe content.
Pure Ni specimen is characterized by large dislocations loops (as
evidenced at Fig. 8A), but binary alloys (especially Ni0.5Fe0.5 sam-
ple), shows several small defects observed as black dots. According
to Jin et al. [36], these defects were identified as small interstitial
loops with few nm in size, or as a vacancy type stacking fault tetra-
hedron (SFT); which is in good qualitative agreement with the MD
simulation results and also confirmed by the work of Lu et al. [13].
Information provided by TEM can be interpreted from a qualitative
and quantitative point of view. One can see that the distribution of
defect size for all three specimens, pure nickel, Ni0.8Fe0.2, Ni0.5Fe0.5
decreases. It seems that addition of Fe into the system, slows down
the aggregation of the interstitial-type dislocation loops, as
observed in MD simulations. One may interpret this result as
increasing radiation resistance. In order to support our TEM obser-
vations, densities of large dislocations and small defects observable
as black dots were calculated, see Table 2. One can see that in the
case of small defects, density increases from 1.58 � 1022 1/m3 until
3.74 � 1022 1/m3, respectively for pure Ni and Ni0.5Fe0.5. Opposite
situation takes place in the case of density of large dislocation
loops, for pure Ni estimated value is about 2.93 � 1014 1/m2, while
for Ni0.5Fe0.5 this parameter is not detectable as only small point
defects are visible. Reported finding agrees with work of Lu et al
[13] who reported similar trend.

According to the performed MD simulations, we categorized
these dislocations into several dislocation types: ½h110i (Perfect),
Fig. 8. Images of the microstructure obtained by TEM: A) pure Ni, B) Ni0.8Fe0.2, and C) Ni0
observe typical SFT and dislocation loops which are marked with red circles and blue arr
concentration in the system. (For interpretation of the references to colour in this figure

Fig. 9. Schematic of the characterization of the PDL in a) and SFT in b) for the Ni0.5Fe0.5 an
length of the dislocation, as well as its minor and major diagonals. Noticing that the SFT
the Shockley dislocation interactions that forms a Hirth type dislocation line. The hcp Ni
brown spheres, respectively.
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1/6 h112i (Shockley), 1/6 h110i (Stair-rod), 1/3 h100i (Hirth),
1/3 h111i (Frank). It is known that FCC materials form two types
of dislocations: perfect dislocation loops of type a/2 h110i {110}
and faulted dislocation loops of type a/3 h 111 i {111}, where a
stands for lattice parameter. These dislocations are formed under
neutron, ion or electron irradiation due to the irradiation pressure
and cumulative defects by collision cascades. They can be also
formed via standard metallurgical processes, e.g. quenching and
are observed in many different materials like aluminum [40,41],
steels [42], or nickel-based materials [43,44]. For this reason, we
are able to compare structural data developed in FCC materials
under mechanical loading (nanoindentation) and after irradiation.
In general, it is known that perfect loops are mobile due to Burgers
vectors that lie on the h110i direction, while faulted loops are ses-
sile [44]. Therefore, pinned dislocation loops are considered as
being responsible for hardening effects. According to our MD simu-
lations, several types of loops emerge: 1/6 h112i (Shockley),
1/3 h100i (Hirth) and 1/3 h111i (Frank) loops. In the SM, we report
the atomic distribution of shear strain and von Mises stress at the
maximum indentation depth, directly from MD simulations. We
observed that the increase of atomic percentages of Fe suppresses
propagation of dislocation lines, and suppresses the size of PDLs
and the plastic zone. Indeed, as shown in Fig. 9 and Table 2 (see also
Section 4), the average PDL loop spanning area denoting the
deformed region, decreases by approximately 20%, from � 75 nm2

in pure Ni to � 50 nm2 in equiatomic NiFe. (See Table 3).
.5Fe0.5. Specimens were Ni-ion irradiated up to the fluence of 5 � 1015 cm�2. One can
ows, respectively. A decrease in the dislocation size is observed with increasing iron
legend, the reader is referred to the web version of this article.)

d Ni0.8Fe0.2 sample, respectively. We compute the area of the PDL by considering the
nucleation is the result of the interaction of 2 PDL during the loading process due to
and Fe atoms that create the stacking fault planar structure are depicted as gray and



Table 2
Dislocation and point defect density measured from samples imaged at Fig. 8 A – C).

Density of
defects / Material

Pure Ni Ni0.8Fe0.2 Ni0.5Fe0.5

Large defects
(dislocation)

2.93 � 1014 1/m2 – –

Small defects
(point black dots)

1.58 � 1022 1/m3 1.93 � 1023 1/m3 3.74 � 1022 1/m3
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4. Discussion
Table 3
Prismatic dislocation loops sizes for Ni, Ni0.8Fe0.2, and Ni0.5Fe0.5 by considering the
characterization shown in Fig. 9. Total length of the PDL is computed as total
Shockley + Stair-rod + Hirth lines and reported in units of [nm]. The area of the PDL is
obtained as minor diagonal � major diagonal in units of nm2.

Nickel

PDL Minor diagonal Major diagonal Area Total length

1 5.05 5.13 25.91 33.98
2 7.60 7.82 59.51 47.20
3 6.88 7.80 53.71 45.07
4 8.91 10.0 89.11 57.93
5 8.25 9.37 77.39 51.80
Ni0.8Fe0.2
1 4.34 4.90 21.31 31.13
2 4.34 4.90 21.31 28.71
3 6.76 7.24 48.94 44.89
4 8.12 8.36 67.92 50.24
Ni0.5Fe0.5
1 6.27 7.04 44.15 44.27
2 5.47 5.73 31.40 37.53
3 7.34 7.66 56.28 50.37
Defect evolution during plastic deformation at room tempera-
ture in pure Ni, Ni0.8Fe0.2 and Ni0.5Fe0.5 systems were studied
experimentally by using nanoindentation tests and interpreted
by using MD simulations. In this work, we investigate dislocation
generation mechanisms and the effect of increasing Fe presence
in Ni-based samples. The implementation of the numerical model-
ing for nanoindentation tests is done in accordance to experimen-
tal conditions by tracking atomic strains and dislocation network
dynamics. Although the volume and time scales of experimental
tests and MD simulations are very different, it was possible to
obtain a qualitative agreement between experimental and simula-
tion data. The agreement has been confirmed by the trends
observed for the materials’ hardness as a function of the indenta-
tion depth, as well as for the typically obtained load–displacement
curves in nanoindentation tests. From MD simulations, we
observed the formation of pyramidal shaped stacking fault tetrahe-
dron at the maximum indentation depth, that are nucleated by the
interaction and join of PDLs developed along the [100] crystal ori-
entation for pure Ni. It has been also shown that the presence of Fe
in the Ni0.2Fe0.8 and Ni0.5Fe0.5 samples slows down the propagation
of interstitial-type PDLs and the consequent stacking fault forma-
tion. We also observed a correlation between the number of
formed dislocation loops and the percentage of Fe in the Ni system
at the beginning of the plastic deformation process. Described in
this work, dislocation network dynamics differences between pure
Ni metal and Ni-Fe alloy systems can explain the difference of
hardness for this kind of materials and be treated as a first step
towards understanding plastic deformation mechanism and radia-
tion resistance of SP-CSAs.

Point defects, their formation, migration, evolution, and the
nucleation of different types of interstitial dislocation loops are
the primary sources of microstructural changes that affect the
mechanical properties of the materials. Therefore, controlling
9

defect formation and migration is critical in designing materials
with desired properties like resistance to radiation or high
mechanical strength. Few studies have demonstrated the link
between energy dissipation and defect evolution due to ferro
and/or anti-ferromagnetic interactions exist [46]. These phenom-
ena may be correlated with the delayed hardening effect, reported
in single-phase concentrated solid solution alloys. Nickel and Iron
have ferromagnetic properties below the Curie temperature [47].
At the same time, it is known that the addition of Fe in Ni delays
defect evolution under irradiation at room temperature, especially
in a high fluence regime [48], as shown in our MD simulations dur-
ing the loading process. It has been proved that random site occu-
pancy in SP-CSAs leads to a lack of translational symmetry. As a
result, the electronic band structure is expected to smear out in
reciprocal (k) space. Calculation of the electronic structure of pure
Ni, NiCo, NiFe, NiFeCo, NiCoCr, and NiFeCoCr, which are 3d transi-
tion metals, has shown that the nickel has a well-defined electronic
band structure. At the same time, the band structures of other
studied alloys (also NiFe) are smeared out to very different extents
in both energy and k-space [49]. This proves that the disordered
electronic structure substantially reduces the electron mean free
path, so the effectiveness of the energy dissipation of a complex
system decreases. This is particularly important in the case of radi-
ation damage build-up. It has been proved that above 1 dpa [50]
ion damage range exceeds the theoretically predicted depths. This
suggests alteration of the migration mobility in complex alloys.
Besides, the disordered local structure of the SP-CSA plays a vital
role in stacking fault formation during plastic deformation [51].

Moreover, recent TEM studies proved that defects migrate
much faster in pure Fe than in NiFe or NiCo [5], as presented in
our work. Pure nickel also shows a wider damage range than a bin-
ary system. This confirms higher defect mobility in pure Ni. In con-
clusion, migration of defects in a more complex system, the pure Ni
(e.g., NiFe or NiCo), contributes to an enhanced defect recombina-
tion rate, which leads to a higher radiation tolerance. From the
mechanical point of view, this is observable as a sluggish harden-
ing effect, especially in a high fluence regime. In Fig. 9a) we present
the characterization of PDL obtained at the maximum indentation
depth for the Ni0.5Fe0.5 where their associated Burgers vectors are
displayed. We also presented the parameters that are used to mea-
sure and identify this kind of material defects. This is particularly
important when it comes to irradiation-induced defect evolution
and related to its material hardening. In FCC structure, the loop
growth is believed to have the biggest impact on degradation of
the mechanical properties. This property change can be detected
via hardening where induced dislocation loops act as obstacles
for dislocation motion. In addition, hexagonal close-packed, hcp,
Ni and Fe atoms that create the local stacking fault structure are
depicted as gray and brown spheres, respectively. This shows the
chemical complexity of the NixFe(1-x) materials affecting the forma-
tion of stacking faults due to atomic disorder of the samples [52–
58], especially for the equiatomic NiFe sample where defect
dynamics is slower compared to pure Ni, as reported in the litera-
ture [53,54]. It is important to remark that the NixFe(1-x) samples
are random solid solutions and there is a variation of the incipient
short-range order (SRO) that depends on the annealing tempera-
ture; in molecular simulations, that would be the temperature at
which Monte Carlo swaps are applied, T = 300 K and thus, creating
spatial heterogeneities [55]. The SRO is expected to generate obsta-
cles to the dislocation evolution and enhancing the strength of the
sample where the equiatomic alloy is affected due to its high level
of SRO [56].

In Fig. 9b), we present the formation of the pyramidal shaped
SFT for the Ni0.8Fe0.2 sample that was observed at the maximum
indentation depth and after nanoindentation test. It is clearly
noted that this defect is mainly formed by Hirth dislocation and
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hpc atoms for all the system. This process is typical for FCC mate-
rials where the {-1–11} h110i slip system present these kind of
partial dislocations, in our case we obtain the process: 1/6[1–12]
+ 1/6[-1–1-2] ? 1/3[0–10], for example. Besides, it is commonly
assumed that deformation twinning is favored in low Stacking
Fault Energy (SFE) materials like our NixFe(1-x) species and disloca-
tion slip dominates in high SFE materials [56], thus different SP-
CSAs present a weak dependence on the number of elements, but
present strong dependence on the charge redistribution in the
stacking fault region [58], and thus SRO features, indicating the
importance of both the types of alloying elements and their con-
centrations, as shown by our MD results; modifying the dislocation
network of the plastic deformation region. Finally, the similarities
between the process for stacking fault formation of pure Ni and
NixFe(1-x) is also observed during the loading process, where the
SFE favors {-1–11} h112i shear deformation, leading to the nucle-
ation of Shockley dislocations, as reported for irradiated CSAs and
by our MD simulations at early stages of nanoindetantion test
[57,58].

In this work we report in detail the evolution of dislocation
loops during plastic deformation induced by nanoindentation of
pure nickel, Ni0.8Fe0.2 and Ni0.5Fe0.5 specimens. In Table 3, we
report the area and total dislocation length of stable PDL at the
maximum indentation depth that are in full agreement with work
of Jin et al. [35], where TEM studies suggested that increasing con-
centration of Fe increases defect concentration but reduces their
size. In addition to that, the presence of SFTs and PDLs have been
pointed out. Our work describes the evolution of dislocation loops,
starting from early stages of their creation (partials) and finishing
on fully stable stacking fault tetrahedrons, followed by prismatic
dislocation loops evolution. It can be concluded that defects in Ni
migrate faster than in binary systems and both vacancy type stack-
ing fault tetrahedra and interstitial loops coexist in the same
region. Slow migration of defects in SP-CSAs is also known as slug-
gish diffusion [1–4]. Moreover, our research indicates that SFTs are
created as a result of interaction between PDLs.

Further, it is believed that addition of Fe delays large defect evo-
lution and ultimately reduces volume swelling of the material,
highlighting the importance to develop a deep understanding
and characterization of dislocation loops in FCC systems, like the
systematic work of Xiu et al. [45]. The final observed defect distri-
butions in pure Ni, Ni0.8Fe0.2 and Ni0.5Fe0.5 systems are the inte-
grated experimental and numerical results of defect production,
recombination, migration and clustering. It is believed that chem-
ical complexity leads to a distorted solid solution that can modify
and tune energy dissipation and transport through electrons and
phonons, subsequently impacting defect formation and evolution
[1,4]. Some studies indicate that electron mean free paths may
be reduced with increasing chemical complexity. The conducted
MD results suggest that defect migration barriers are higher for
SP-CSAs with higher chemical complexity than for pure nickel.
Results of this study confirm the MD predictions that point defects
and defect clusters migrate slower in both types of SP-CSAs than in
pure nickel. It is therefore possible to speculate that defect recom-
bination rate would increase because defect migration may occur
only in localized areas in SP-CSAs, rather than in pure nickel.
Therefore, these materials may have shown much higher radiation
tolerance under harsh irradiation conditions.
5. Conclusions

In summary, a synergistic study, combining experimental and
numerical data, has been conducted. We described defect range
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and evolution in single crystalline nickel and two Ni-based binary
alloys, using nanoindentation tests and by an atomistic dislocation
computational modelling. Obtained trend agreement in hardness
data between experiments and simulations, led to atomistic simu-
lations evidence that Fe concentration in SP-CSAs has a combined
effect: Dislocation defects undergo sluggish diffusion at higher
densities and infused PDLs are microstructurally smaller. SFTs are
mainly formed by ⅓h100i Hirth dislocation lines due to the inter-
action of interstitial type dislocation loops formed principally by ⅙
h112i dislocations lines during the loading process. In this way, the
present study validates experimentally obtained TEM data which
showed that dislocation loops lay on {111} slip plane, and the exis-
tence of extra planes confirms the presence of interstitial loops
with Burgers vector b=⅓h111i, which is adjacent to a small stack-
ing fault tetrahedron.
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Appendix A:. Load - partial unload nanoindentation simulations

In order to investigate the effects of the load partial unload
(LPU) nanoindentation tests on the mechanical properties of Ni-
based alloys, we performed MD simulations by following the
experimental setup and conditions, as close as possible. In
Fig. 10a, we present results for the LD curves of the LPU nanoinden-
tation test, comparing to monotonous-load nanoindentation
results. The partial unloading was set at 1, 2, 3, and 4 nm depth
for 0.1 nm unloading. The LD curves present a similar load at the
maximum indentation depth, where the hardness of the material
can be calculated by Oliver-Pharr method (see SM). In addition,
the dislocation network formed at the maximum indentation
depth is presented in Fig. 10b, and pyramidal shaped stacking fault
tetrahedrons (SFT), as well as prismatic dislocation loop (PDLs) are
observed. From the MD simulations, we noticed the same mecha-
nism for formation and nucleation of SFTs and PDLs than that for
the monotonous-load indentation simulations. In conclusion, for
pure Ni samples, the LPU and single load nanoindentation simula-
tions provide similar results and the latter is considered reasonable
to qualitatively investigate the mechanical response of these mate-
rial due to external loads.



Fig. 10. LD curves for single load and load partial unload (LPU) nanoindentation tests for Nickel in a). Dislocation network at the maximum indentation depth in b) where
stacking fault tetrahedron and prismatic dislocation loops are observed.
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Appendix B. Supplementary data

Supplementary data to this article can be found online at
https://doi.org/10.1016/j.matdes.2022.110639.
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